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Assessing the Stringer-Panel Method as an Alternative Design Approach for Deep Beams
A Comparative Study with the Strut-and-Tie Method

ALICE HEDENBERG

EMMA HENRYSSON

Department of Architecture and Civil Engineering

Chalmers University of Technology

Abstract

The design of discontinuity regions (D-regions) in reinforced concrete structures presents
a challenge due to non-linear stress distributions, which make traditional beam theory
insufficient. Two analytical methods for the design of such regions are the Strut-and-Tie
Method (STM) and the Stringer-Panel Method (SPM). STM, which is widely used and
recommended in most design codes, is suitable for ultimate limit state design but lacks
compatibility considerations necessary for serviceability limit state analysis. In contrast,
SPM offers the possibility of integrating compatibility conditions and offers potential for
both ULS and SLS applications, although it remains less familiar to practising engineers.

This study investigated and compared STM and SPM through parametric analyses on
deep beams with varying span-to-depth ratios and varying sizes of a central opening. Re-
inforcement layouts were designed according to both STM and SPM, and the performance
was assessed through analytical calculations and validated via non-linear finite element
analysis (FEA) using DIANA. The results from the FEA for STM and SPM were com-
pared to each other, as well as to the analytical calculations. Key parameters evaluated
included reinforcement quantity, failure load, crack width, deflection, and reinforcement
stress distribution.

The results showed that both methods produce comparable reinforcement quantities and
ultimate capacities, with no consistent trend favouring one method over the other. SPM
demonstrated better adaptability to geometric variations and allowed direct calculation of
deflections, making it more suitable for automation and preliminary design stages. How-
ever, limitations in post-cracking predictions highlight the need for stiffness reduction
factors to improve the accuracy of SPM in the non-linear range.

It was concluded that SPM is a fully viable alternative to STM for designing D-regions in
concrete beams, particularly when serviceability considerations and automation potential
are prioritised. Although neither method proved universally superior, the structured ap-
proach of SPM suggested valuable opportunities for broader adoption in structural design
practice.

Keywords: Strut-and-Tie Method (STM), Stringer-Panel Method (SPM), Discontinuity
regions (D-regions), Deep beam, Reinforcement design, Reinforced concrete, Defections,
Crack width, Non-linear behaviour, Finite Element Analysis (FEA).






Utvardering av stringer-panel-metoden som en alternativ metod for utformning av arm-
erade hoga balkar i betong

En jamforelse med fackverksmetoden

ALICE HEDENBERG

EMMA HENRYSSON

Institutionen for arkitektur och samhéllsbyggnadsteknik

Chalmers tekniska hogskola

Sammanfattning

Att utforma diskontinuitetsomraden (D-omraden) i armerade betongkonstruktioner &r en
utmaning pa grund av icke-linjara spanningsfordelningar, da traditionell balkteori inte ar
applicerbar. Tva analytiska metoder for utformning av sadana omraden ar fackverksmet-
oden och stringer-panel-metoden. Fackverksmetoden, som &r rekommenderad i de flesta
konstruktionsnormer, ar lamplig for dimensionering utifran brottgrénstillstandet, men saknar
hansyn till kompatibilitetsvillkor som kravs for analys i bruksgranstillstandet. Stringer-
panel-metoden, som ar mindre kand bland praktiserande ingenjorer, kan integrera sadana
villkor och har potential att anvandas for bade brott- och bruksgranstillstand.

Studien inkluderade en undersokning mellan fackverksmetoden och stringer-panel-metoden
genom parametriska analyser av hoga balkar med varierande spannvidder och storlek pa
en central oppning. Balkarna armerades enligt bada metoderna och analyserades med
icke-linjara finita elementanalyser i DIANA. Resultaten jamfordes med varandra samt
med analytiska berdkningar. De parametrar som utvérderades inkluderade armerings-
mangd, brottlast, sprickbredd, nedb6jning och spénningsfordelning i armeringen.

Resultaten visade att bada metoderna genererar jamforbara armeringsmangder och kapa-
citeter. Stringer-panel-metoden var mer konsekvent vid geometriska variationer och mgj-
liggjorde analytiska nedbéjningsberdkningar, vilket gér den lamplig for automatisering
och tidiga dimensioneringsskeden. Dock underskattades nedbdjningen efter att sprick-
bildning uppstatt, vilket ledde till att styvhetsreduceringsfaktorer utreddes for att forbattra
noggrannheten i det icke-linjara omradet.

Slutsatsen var att stringer-panel-metoden ar ett giltigt alternativ till fackverksmetoden for
dimensionering av D-omraden, sarskilt da krav pa nedbojning och automatisering pri-
oriteras. Trots att ingen metod var 6verlagsen i alla avseenden, bedéms stringer-panel-
metoden som tillampbar och utvecklingsbar for bredare anvandning inom betongkon-
struktion.

Nyckelord: Fackverksmetoden, Stringer-panel-metoden (SPM), Diskontinuitetsomraden
(D-omraden), Hog balk, Armeringsdesign, Armerad betong, Nedbojning, Sprickbredd,
Icke-linjart beteende, Finita elementmetoden (FEM).
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Nomenclature

Below is the nomenclature of parameters and variables that have been used throughout
this thesis.

Greek lower case symbols

Oe Exponent alpha, bond-slip relation
% Shear strain in panel

Ye Safety factor concrete

Ys Safety factor steel

€ Strain

€m Mean strain in the concrete

€sm Mean strain in the reinforcement
Eult Strain at ultimate stress

€5.max Strain at maximum stress

Y Effectiveness factor or Poisson ratio
Ve Poisson ratio concrete

Vs Poisson ratio steel

p Density

p Steel ratio

Pmin Minimum steel ratio

o Stress

O Concrete stress

Os Steel stress

ORd,max Stringer strength

T Shear stress in panel

T, Uniform shear stress

Trmax Maximum shear stress
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Ts Ultimate shear stress
0] Diameter of reinforcement bar

Roman lower case symbols

b Panel width
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det Effective distance
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T Concrete compression strength
Teq Design concrete compression strength
fox Characteristic concrete compression strength
Tem Mean concrete compression strength
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fsy Steel yield stress
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Ty Steel yield stress
LT Design steel yield stress
L Characteristic steel yield stress
he Effective height
Ky Factor for STM calculations
ko, Factor for STM calculations
ks Factor for STM calculations
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n Uniformly distributed shear force, Number of bars, or Number of nodes
p Number of panels
Distributed load
S Number of stringers
So Linearised initial slip section
S1 Relative slip section
S5 Relative slip section
S3 Relative slip section
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Wstringer
Wstrut

z

Maximum spacing between bars
Maximum crack spacing
Thickness

Displacement

Characteristic crack width
Stringer width

Strut width

Distance in z-direction

Roman upper case symbols

P
P4
I:>crack

I:)failure
S

T
\%

Cross-sectional area

Effective concrete cross-section area
Reinforcement area

Strut force

Youngs modulus

Youngs modulus steel
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Extensional stiffness
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Fracture energy
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1

Introduction

This chapter introduces the context and motivation for the study, presenting the theoret-
ical and practical background of reinforced concrete design in discontinuity regions (D-
regions). It outlines the aims, research questions, and scope of the thesis, and provides an
overview of the methodological approach. Together, these elements establish the found-
ation for the comparative analysis of the Strut-and-Tie Method (STM) and the Stringer-
Panel Method (SPM) conducted in the subsequent chapters.

1.1 Background

Structures and structural elements should be designed to ensure adequate strength, ser-
viceability, and durability throughout their intended lifespan (Swedish Standards Insti-
tute, 2010). In contemporary structural engineering, the design of reinforced concrete
elements subjected to complex loading conditions remains a crucial aspect to ensure both
safety and durability. Among the most challenging components to design are regions
known as D-regions, where stresses are non-linearly distributed and concentrated. These
regions are commonly found in areas such as frame corners, deep beams or dapped end
beams, where the assumption that plane cross-sections remain plane cannot be applied
(Blaauwendraad, 2018). The complex stress states in these areas necessitate alternative
design approaches beyond conventional beam theory to maintain structural integrity and
ensure reliable performance under varying loads.

The most widely used method for the design of reinforcement in D-regions is STM
(Blaauwendraad, 2018). STM is based on the concept of a truss model, in which the
concrete is idealised as compressive struts and the reinforcement as tensile ties. While
STM is a powerful tool, especially for Ultimate Limit State (ULS) design based on the
lower-bound theorem of plasticity, it demands signi cant engineering judgement and ex-
perience to produce optimal reinforcement layouts in complex cases (Szczecina and Win-
nicki, 2018). However, STM alone is insuf cient for Serviceability Limit State (SLS)
assessments, such as de ection and crack width calculations, as it does not inherently
account for deformation or compatibility conditions (Blaauwendraad, 2018).

A common way to analyse the SLS behaviour today is by using the Finite Element Method
(FEM), which can be done in both a linear-elastic or non-linear manner, depending on
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the analysis. A nite element analysis (FEA) can capture different aspects of the struc-
tural behaviour, depending on the nite element model. A good approximation of the
real structural behaviour can be achieved if the model and mesh are created with care.
However, FEA usually requires a lot of input data of the geometries, material, boundary
conditions, and other parameters, which may not yet be decided, especially in preliminary
dimensioning (Godinez and Restrepo, 2023). Furthermore, modelling complex geomet-
ries accurately can be challenging, potentially leading to unreliable or misleading results.

Another less-known method for designing the reinforcement layout of D-regions is SPM
(Blaauwendraad, 2018). SPM can, in some ways, be viewed as a combination between
STM and FEM, and can be used on all materials where the theory of plasticity is valid,
including reinforced concrete structures (Jensen, 2012). The method works by dividing a
structure into stringers and panels, where the stringers carry normal forces, like the struts
and ties in STM, and the panels transfer membrane shear forces. SPM is currently not
included in the international Eurocode, but is recommended in the Danish national annexe
to Eurocode EN 1992-1-1 (EC2)(Danish Transport Construction and Housing Authority,
2020).

Unlike STM, SPM can consider compatibility conditions, like FEM, making it possible

to calculate displacements analytically (de Mello and de Souza, 2016). The method is
also bene cial when designing for cyclic loading, since the same model can be used
for different loading directions (Blaauwendraad, 2018). Despite the advantages, SPM
faces several challenges, especially concerning the lack of experimental data on concrete
D-regions designed using this method (de Mello and de Souza, 2016). Consequently,
there is a clear need for further research to assess and re ne the method's applicability.
By exploring the theoretical foundations of SPM and evaluating its implementation in
concrete design, this study aims to re ne existing practices and enhance the use of other
modelling techniques in structural design.

1.2 Aim and objectives

This master's thesis aims to compare the non-linear behaviour in both Ultimate Limit
State (ULS) and Serviceability Limit State (SLS) of deep beams designed using STM
and SPM. Furthermore, the study aims to conduct a parametric analysis to investigate
how various span-to-depth ratios, as well as the introduction of an opening with varying
size, affect the structural response for the different design methods. To compare STM
and SPM, the following parameters are to be studied: reinforcement amount, failure load,
reinforcement stresses, crack pattern, crack widths, and de ection. The stresses and crack
widths obtained analytically for both methods will be evaluated against results from non-
linear FEA. Additionally, the study evaluates how well the de ections obtained using
SPM correspond to the results from the non-linear FEA.

The following objectives de ne the purpose:

« Establish reinforcement designs for the deep beams using both STM and SPM.
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* Analyse the above-mentioned parameters on the beams designed with SPM and
STM when the span-to-depth ratio of the beam varies.

* Analyse the above-mentioned parameters on the beams designed with SPM and
STM when an opening is introduced on the beam, and when the size of the opening
varies.

» Compare analytically calculated crack widths and reinforcement stresses for the
beams designed with SPM and STM with results from the non-linear FEA.

* Investigate how well the de ections predicted by SPM correspond to results from
non-linear FEA.

* |dentify strengths and limitations of STM and SPM for modelling deep beams and
determine their suitability for different design scenarios.

1.3 Research questions

To achieve the objectives and aims, the following research questions have been estab-
lished.

» How do reinforcement amount, failure load, reinforcement stress, crack pattern,
crack width, and de ection differ between deep beams designed with STM and
SPM?

* Do the reinforcement stresses and crack widths calculated analytically for both
STM and SPM align with the results obtained with FEA?

» Does the de ection calculated analytically with SPM compare well to the de ec-
tions of a detailed non-linear nite element model?

» Does the span-to-depth ratio of the deep beam, the introduction of an opening, or
the size of the opening affect which of the methods, STM or SPM, is preferred to
use for design?

1.4 Scope and limitations

Some limitations were established to restrict and focus the thesis to the purpose. This
thesis focuses on comparing STM and SPM for the design and analysis of D-regions in
reinforced concrete structures, with a primary emphasis on validating the SPM approach.
The study uses non-linear FEA as the main validation tool, with all numerical simulations
conducted using the commercial nite element software DIANA.

The D-regions investigated are limited to deep beams of varying span-to-depth ratios, as
well as deep beams with an opening of different sizes while keeping the beam height and
length xed. All specimens have the same thickness, concrete strength class, and steel
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strength class to ensure consistency between models and make them comparable. The
only difference between the STM and SPM models is the amount and layout of the rein-
forcement. Importantly, both STM and SPM are implemented using the simplest possible
modelling assumptions to represent each method. This includes basic and idealised truss
layouts for STM and minimal discretisations for SPM, aiming to isolate and compare the
core behavioural principles of each method without the in uence of advanced optimisa-
tion techniques or complex modelling re nements.

The study does not include any physical experiments, making it a purely numerical invest-
igation. Additionally, the research does not explore alternative nite element software,
material variations, or other structural analysis methods beyond those speci ed. The nd-
ings are therefore limited to the assumptions and modelling approaches adopted within
this study.

1.5 Methodology

The procedure of this master thesis followed a structured methodology to ensure a sys-
tematic comparison of STM and SPM as design and analysis methods of deep beams. The
methodology consisted of several key phases, including a literature review, selection and
design of specimens, analytical calculations, non-linear numerical simulations in DIANA,
comparative analyses and conclusions. The work ow of the thesis is summarised in the
method chart in Figure 1.1.

Figure 1.1: Method chart for the thesis work

The research began with a literature review to establish a theoretical foundation on deep
beams and the various methods used for their design and analysis. This review included
an investigation of the advantages and limitations of STM and SPM. The gathered inform-
ation was the foundation for the choice of specimens and the appropriate and interesting
parameters to vary in the study.
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Based on the literature review, representative deep beam geometries were selected to be
analysed. The reinforcement of the specimen was designed using both STM and SPM to
create two different reinforcement models for the same beam geometry. Variations in key
parameters, such as changing the span-to-depth ratio of the beam and varying the size of
an opening, were introduced, and for each variation, new reinforcement designs with both
STM and SPM were made. For the SPM approach, a Python script was used to automate
the design and calculations. For STM, a visual and geometrical tool was used that is based
on equations from EC2.

After the design phase, the deep beams were analysed both analytically and through a non-
linear analysis in the commercial FEM software DIANA. The STM, SPM, and FEM res-
ults were compared based on various parameters, including the amount of reinforcement
required, failure load, reinforcement stresses, crack pattern, crack width, and de ection.
Special emphasis was placed on evaluating the accuracy of analytical SPM predictions
regarding de ections by comparing them with numerical results.

Finally, the results were discussed to determine the accuracy and applicability of SPM for
designing deep beams. Based on the comparative analysis together with results from the
literature review, the thesis identi ed the strengths and limitations of both STM and SPM
for modelling of deep beams. The ndings were used to determine the suitability of each
method for different design scenarios.

1.6 Social, ethical and ecological aspects

From a social perspective, constructability and practicality on-site are important consid-
erations in structural design. While SPM can result in simpler reinforcement layouts
compared to the sometimes more intricate arrangements derived from STM, certain SPM-
based reinforcement patterns, particularly in panels with varying grid reinforcement for
different panels, may pose challenges for construction workers. This raises practical con-
cerns regarding labour ef ciency and buildability.

Ethically, structural engineers have a responsibility to ensure that design methods are not
only safe and code-compliant but also considerate of those involved in the construction
process. Design approaches that improve clarity and simplify reinforcement detailing
may contribute to reducing errors and improving working conditions on-site.

From an ecological standpoint, the optimisation of reinforcement is of signi cant im-
portance, as reinforcement steel is a resource- and energy-intensive material. Choosing
the most effective design method, which can differ between cases, could contribute to
lower material consumption and affect the environmental footprint and long-term ecolo-
gical goals in the construction industry. This thesis will investigate how the reinforcement
amount is affected by the choice of design method, and therefore make it possible to make
a well-founded decision from both a structural and ecological perspective.

CHALMERS Architecture and Civil Engineerindflaster's Thesis ACEX30 5



1. Introduction

1.7 Al-disclaimer

Arti cial intelligence (Al) tools have been utilised during the work of this master's thesis

to enhance the overall quality and ef ciency of the work. Speci cally, Al has been used
for language re nement, including grammar, sentence structure, and paragraph organisa-
tion. In addition, Al is used as a supportive tool in the development and debugging of
Python scripts. The use of Al is limited to linguistic and programming assistance and
does not in uence the core technical analysis, methodology, or scienti ¢c conclusions. All
academic decisions, interpretations, and original contributions are the sole responsibility
of the authors.
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Theory

This chapter presents the theoretical framework of the study, focusing on the background
and development of analytical and numerical methods used in the design of discontinuity
regions (D-regions) in reinforced concrete structures. It provides a detailed overview of
the Strut-and-Tie Method (STM) and the Stringer-Panel Method (SPM), discussing their
conceptual foundations, assumptions, and application areas. In addition, the chapter in-
troduces the Finite Element Method (FEM) as a numerical tool for analysing complex
stress distributions and verifying structural behaviour in D-regions. By outlining the prin-
ciples, strengths, and limitations of each approach, this chapter establishes the necessary
theoretical basis for the comparative evaluation presented in the following sections.

2.1 D-regions

To analyse beam-like structures, the Euler-Bernoulli beam theory is commonly used, as-
suming rigid cross-sections that remain plane and perpendicular to the deformed axis
(Bauchau and Craig, 2009, p.173). Regions where these assumptions hold are called B-
regions. However, reinforced concrete structures often contain discontinuity regions (D-
regions), where strain distributions are non-linear and beam theory is invalid (Szczecina
and Winnicki, 2018). D-regions arise due to changes in geometry, concentrated loads,
or openings. Typical examples include deep beams, frame corners, and dapped ends. A
deep beam is de ned as a member with a span less than or equal to three times its height
(Engstrom, 2015).

The behaviour of D-regions can be described with Saint-Venant's Principle, where changes
due to the geometry of the cross-section or concentrated forces normalise at a distance
roughly equal to the largest dimension of the cross-section (de Mello and de Souza, 2016).
Regardless of the global level of statical determination, the stresses in D-regions will be
statically indeterminate (Engstrom, 2015). Moreover, since there is no straightforward
compatibility condition applicable to D-regions, such as the assumption that plane sec-
tions remain plane, it is not possible to directly determine the stresses within the stress
eld.

In Eurocode EN 1992-1-1 (EC2), the recommended method for designing D-regions is

STM (Swedish Standards Institute, 2008), which is explained more in depth in section 2.2.
The Eurocode does not specify any design criteria other than that the structural member
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should have enough capacity to withstand the worst-case loading scenario under the ulti-
mate limit state (ULS) load combination, the design load.

2.1.1 Structural behaviour

When the concrete remains uncracked, the D-region behaves almost linearly, as reinforce-
ment has limited impact on stress distribution (Engstrom, 2015). At this stage, stresses
depend only on material elasticity and geometry, not load magnitude. A linear elastic
analysis is therefore suf cient to obtain a reliable stress eld. For statically indeterm-
inate problems, equilibrium, compatibility, and constitutive relations must be satis ed,
typically achieved using FEM.

Once cracking occurs, the stiffness of the D-region changes signi cantly, and linear elastic
analysis is no longer valid. Cracked concrete loses much of its load-carrying capacity,
and reinforcement begins to carry more load as cracks develop (Engstrém, 2015). The
stress eld then depends on the stiffness distribution, which varies with load magnitude,
and linear elastic behaviour can therefore no longer be assumed. Different reinforcement
layouts result in different stress distributions, even for identical geometries. Although
materials still behave elastically, stresses and deformations become non-linear. Accurate
analysis of cracked D-regions requires non-linear nite element analysis (FEA), which
demands extensive data and a detailed model, which is discussed further in section 2.4.

When either of the materials starts to display non-linear behaviour, the ultimate state of the
structural response is reached and will last until the point of ULS (Engstréom, 2015). The
plastic behaviour of the materials at this stage causes the stiffness in the plastic region to
decrease, and makes plastic deformations occur. This affects the stress distribution, where
plastic redistribution of the stresses takes place from the plastic regions towards the stiffer
regions. The stress eld can therefore shift substantially during this stage. When the
ultimate limit state is reached, a collapse mechanism develops, and the structural member
collapses with any further loading.

For solid deep beams without openings, studies have shown that the crack pattern gener-
ally follows the same path as the stress distribution predicted in the elastic state (Haque
et al., 1986). It has also been concluded that the stress distribution differs only around
the openings in the beam compared to an equivalent solid deep beam without openings.
Openings impact the critical exural tensions for shallower deep beams, but become less
signi cant when the beam is deeper (Haque et al., 1986). The placement of the openings
greatly affects the magnitude and severity of the diagonal tensile stresses as well as the
beam capacity. Diagonal tensions form at the corners of the openings, which are critical
for the structure.

Different modes of failure of a deep beam can be identi ed. These are: splitting of the
beam due to diagonal cracks that can be parallel to, or along, the load path, cracking of
the concrete between two diagonal cracks, and penetration of a diagonal crack into the
compressed zone close to a loading point which leads to crushing of the concrete (Haque
et al., 1986). For all three cases, the shear capacity determines the failure. However,
exural cracks will be the rst to form in most cases, especially for deep beams with
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a smaller depth, but will normally not cause collapse, even though they will propagate.
However, this is based on the assumption that the bottom tensile reinforcement is properly
anchored.

Parameters such as concrete strength class, geometry, and other aspects can have a large
impact on the structural response and ductility of the deep beam, both locally and globally.
According to some previous experiments, it was shown that the concrete strength has a
relatively low impact on the ultimate strength and rigidity in the case of deep beams with
openings (Yang et al., 2006). It was also shown that the size of the opening did not have

an impact on the de ections at mid-span before diagonal cracks formed.

2.1.2 Ultimate Limit State (ULS)

The ultimate limit state is when the structural element reaches its failure load, and a col-
lapse mechanism is formed (Engstrém, 2015). During this stage of the structural response,
the materials behave non-linearly, and plastic deformations develop. The majority of the
tensile force can be assumed to be carried by the reinforcement, since the concrete can be
assumed to be cracked under the ULS load. The reinforcement steel does, in the normal
case, yield in some areas at this stage, allowing plastic redistribution of stresses. In some
cases, however, a local failure can occur. When this happens, failure is reached before
the intended design load for the structural member is reached. The reason why this type
of failure occurs is due to the material is not ductile enough. To avoid this, the plastic
capacity must be larger than the need for plastic deformations in the stress eld assumed
in the design.

2.1.3 Serviceability Limit State (SLS)

EC2 requires that structural members be designed to meet serviceability limit state (SLS)
conditions, ensuring safety, stability, and minimal maintenance throughout the structure's
lifespan (Swedish Standards Institute, 2008). SLS is reached when service criteria, such
as function during normal use, experienced comfort, and acceptable de ections or crack-
ing, are no longer ful lled (Swedish Standards Institute, 2010). Appearance refers to
structural performance regarding de ections and cracking, not aesthetics. SLS veri c-
ation should consider damage to nishes or non-structural elements due to effects like
vibrations. While speci ¢ SLS limits are set per project, EC2 provides general recom-
mendations for typical cases.

SLS checks are typically simpli ed by assuming linear elastic behaviour under service
loads (Engstrom, 2015), even though most reinforced concrete elements are cracked at
this stage, introducing some non-linearity. Despite this, stress distributions are often ap-
proximated as nearly linear elastic. The main serviceability limits for concrete design in-
clude stress limitation, crack control, and de ection control (Swedish Standards Institute,
2008). Compressive stresses must be kept low to prevent longitudinal and micro-cracks
and excessive creep, while tensile stresses should be limited to avoid plastic strains, intol-
erable deformations, and creep, ensuring structural performance is not adversely affected.

EC2 states that cracking and de ection are acceptable if tensile reinforcement stresses
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remain belowksf« under characteristic load combinations, wkth= 0:8 recommended
(Swedish Standards Institute, 2008). Cracking during service conditions is expected and
may result from loading, imposed deformations, long-term effects, chemical reactions,
or temperature changes. Acceptable crack widths are de ned by durability requirements
or functional needs, such as water-tightness. These limits depend on the structure type
and environment. EC2 recommends maximum crack widths between Q.4aman for
frequent and quasi-permanent load combinations.

The method for calculating the characteristic crack width, as outlined in Section 7.3.4 of
EC2, is based on the product of the maximum crack spasng.{) and the difference
between the mean strain in the reinforcemégt Y and the mean strain in the surround-

ing concrete (cym) as shown in Equation 2.1 (Swedish Standards Institute, 2008). This
approach assumes that the crack width is governed by the strain differential between the
steel and the adjacent concrete across the estimated crack spacing. In the formulation in
EC2, tension stiffening is accounted for in the expression for the reinforcement strain;
however, only the strain that develops after cracking is considered. The maximum crack
spacing incorporates parameters such as the concrete cover to the tensile reinforcement
and the equivalent bar diameter, along with coef cients that re ect bond characteristics,
strain distribution, and other relevant correction factors.

Wk = Sr.max("sm cm) (2.1)

This approach may be extended to deep beams by treating the bottom tensile reinforce-
ment as part of a conventional reinforced concrete tension member, consisting of the re-
inforcement and an effective surrounding concrete area (Engstrom, 2015). The effective
depth of this tension zone can be de ned as the dimension of the tension tie or stringer,

corresponding to twice the distance from the edge of the section to the centroid of the

tensile reinforcement, as illustrated in Figure 2.1.

Figure 2.1: Effective area for simpli ed crack width calculations (Engstrom, 2015)
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The de ections and overall deformations of a structure must remain within acceptable
limits to ensure that its functionality is not compromised. The deformation threshold
at which structural performance is considered affected varies depending on the type of
structure and speci c contextual factors. A commonly recommended de ection limit in
the SLS is;ﬁ), whereL is the span length. Additionally, EC2 provides the limit expres-
sions given in Equations (2.2) and (2.3), which de ne maximum allowable span-to-depth

ratios, beyond which detailed de ection calculations can be omitted.

| ? q_— q_— Hg3

e K411+15 fg2+32 foe — 1 5; if 0 (2.2)
| q — 1q7570#
— =K 11+15 f O 4 = fu — : if > 2.
d 5 ck 0 12 ck o y | 0 ( 3)

These equations imply that de ection calculations and checks may generally be con-
sidered unnecessary for most deep beams, and also for conventional Bernoulli beams
with relatively large depths. EC2 does not provide further guidance or recommend spe-
ci ¢ methods for calculating de ections in deep beams, likely because of this. However,
there are situations where de ections in deep structural elements may become relevant,
such as cases with very hard requirements on displacements.

2.2 Strut-and-Tie Method (STM)

The most widely used method for designing D-regions and their reinforcement layout is

STM, which is the recommended method in EC2 (Swedish Standards Institute, 2008).
The concept of STM described in this report is the concept developed by Schlaich and his
co-workers in the early 1980s (Dolan and Trey Hamilton, 2019).

2.2.1 Theoretical background and principles

STM is based on the replacement of the concrete element with a truss model, where the
struts represent the compressed concrete and the tension ties the reinforcement (Schlaich
et al., 1987). The strength of the struts is, for simplicity, a function of the compressive
strength of concrete, affected by transverse stressing (Dolan and Trey Hamilton, 2019).
Even if the concrete around the tie before cracking carries some tensile force, it is assumed
it does not contribute to the strength of the tie. The strength of the tie, therefore, only
depends on the reinforcement. The joints where the struts and ties intersect are called
nodes, and the nodal zone is the volume of concrete around the node, where the force
transfers (Dolan and Trey Hamilton, 2019). The nodal zones are considered to be in
compression, and the strength is as for the struts, a function of the compressive strength
of concrete.

STM models the stress eld in cracked concrete at ULS, just before failure, and after
plastic redistribution (Engstrom, 2015). Based on the lower bound theorem of plasticity,
STM permits numerous valid solutions, though only some provide suf cient ductility and
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rotational capacity (Amini Naja an and Vollum, 2013). Aligning struts and ties with
elastic stress trajectories generally ensures ductility in highly stressed regions, whereas
in less stressed areas, alternative layouts may still be adequate (Schlaich et al., 1987).
Choosing a model that re ects the actual load case is essential, as the structure adapts to
its internal force ow. Even when using elastic stress elds, the behaviour remains non-
linear due to both cracking and material plasticity, which will lead to plastic redistribution,
even if less than with a plastic stress eld (Engstrém, 2015).

Furthermore, STM is based on the assumptions that materials have an ideal-plastic re-
sponse with no plastic deformation limitation, and with equilibrium of the stress eld and
load (Engstrom, 2015). There is no relation between stress and strain, hence, compatib-
ility cannot be checked or assumed. Since materials, especially concrete, are not ideally
plastic and do have limited plastic deformation, and since STM only considers ULS res-
istance, STM has several limitations.

2.2.2 Design and modelling

Once a structural analysis has been completed, resulting in support reactions, sectional
forces, and identi cation of D- and B-regions, STM can be used to dimension the beam
and reinforcement. The selection of an appropriate truss model is critical and can be chal-
lenging for complex geometries (Szczecina and Winnicki, 2018). To simplify the repres-
entation of the stress eld at ULS, two approaches are commonly used (Engstrom, 2015).
Deriving the model from principal stresses via FEA, or applying the load path method,
which identi es the most effective load transfer from applied loads to supports (Schlaich
etal., 1987). Although handbooks provide schemes and guidelines for truss selection, de-
signers are often required to choose alternative layouts (Szczecina and Winnicki, 2018).
To ensure ductility, it is recommended to distribute stresses from concentrated loads with
deviation angles below 45°, ideally around 30° (Engstrom, 2015). Furthermore, angle
requirements need to be checked between struts and ties. For a strut between two perpen-
dicular ties, the angle should not be less than 30°, and for a strut meeting a single tie, not
less than 45°.

Following truss scheme selection, static equilibrium is used to determine axial forces
in struts and ties (Szczecina and Winnicki, 2018). For statically indeterminate models,
force calculations become more complex (Blaauwendraad, 2018). Before and during this
calculation of internal forces, the angles should be checked so that the requirements are
met (Engstrom, 2015).

Once forces are established, node design is performed. Only concentrated nodes, where
concentrated forces act, require veri cation, as distributed nodes at stress eld intersec-
tions are generally non-critical (Engstrom, 2015). Different compressive strength reduc-
tion factors can be used depending on the type of node, compression node, tension node,
with or without anchored reinforcement, or compression-tension node (Swedish Stand-
ards Institute, 2008). EC2 provides recommended national parameters and the effective-
ness factor , accounting for reduced equivalent plastic strength under constant deforma-
tion (Engstrom, 2015). These stress limits inform loading plate and support sizing, with
further node veri cation details available in EC2 (Swedish Standards Institute, 2008).
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Tensile reinforcement is determined from tie forces (Schlaich et al., 1987), with anchorage
designed per EC2 guidelines (Swedish Standards Institute, 2008). Strut stresses may be
checked against compressive strength per EC2, though if node stress limits are met, strut
checks are typically unnecessary as nodes represent critical regions (Engstrém, 2015). Fi-
nally, distributed (secondary) reinforcement is designed, often at minimum levels. While
not essential for ULS resistance, since transverse stresses arise from compatibility in un-
cracked concrete, secondary reinforcement is crucial in serviceability to control cracking
and maintain structural integrity.

2.2.3 Behaviour in service state

As outlined above, STM is founded on lower-bound plasticity theory and is thus applic-
able in ULS. STM primarily addresses strength and does not inherently consider SLS
requirements, necessitating adaptations and simpli cations (Blaauwendraad, 2018). Gen-
erally, the linear elastic stress eld provides a reasonable approximation in SLS, even
post-cracking, as discussed in subsection 2.1.1. Two approaches exist to assess SLS per-
formance. The rst employs a single strut-and-tie model for both SLS and ULS, based
on, or closely resembling, the linear elastic stress eld (Engstrém, 2015). Since any
equilibrium-compliant stress eld is valid within plasticity theory, this model applies to
both states. Internal forces and reinforcement stresses can thus be calculated for both ser-
vice and ultimate loads. However, designing for ULS using a linear elastic stress eld may
be inef cient and uneconomical, as less reinforcement is required when modelling plastic
stress elds. Consequently, the second approach uses a plasticity-informed stress eld
for ULS design and a linear elastic-based stress eld for SLS veri cation. This ensures
ductility requirements are met at ULS, while maintaining appropriate stress assumptions
for SLS. An example is illustrated in Figure 2.2, where the reinforcement tie remains
constant, but the compression strut layout varies with the stress eld.

Asillustrated in Figure 2.2, steel tension in SLS can be calculated straightforwardly. How-
ever, due to the lack of compatibility considerations, STM does not allow for analytical

calculation of de ections and deformations (Engstrom, 2015). Nonetheless, simpli ed

analytical equations for estimating characteristic crack widths are available for simple
geometries, as outlined in subsection 2.1.3 (Schlaich et al., 1987).

2.2.4 Advantages and challenges

Despite more advanced methods, STM remains widely used due to its endorsement in
design codes and its simplicity (Zhang et al., 2014). STM offers simplicity and trans-
parency, as the model is easily understood by designers (Blaauwendraad and Hoogen-
boom, 2002). However, STM has its limitations. It diverges from the elastic stress eld,
sometimes requiring non-linear FEA to verify ULS (Amini Naja an and Vollum, 2013).
Automation is dif cult since real structures are continuous, not discrete trusses. Manual
reinforcement adjustments are often needed, reducing accuracy and increasing workload.
Multiple load cases also require separate STM layouts, making the design process more
time-consuming (Blaauwendraad, 2018).

Selecting an appropriate strut-and-tie model is often challenging, particularly in com-
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Figure 2.2: Design approach for deep beams, with different stress elds and strut-and-tie
models for SLS and ULS (Engstrom, 2015)

plex D-regions (Blaauwendraad, 2018). Multiple valid models may exist, and the chosen
con guration signi cantly in uences the structural behaviour (Engstrom, 2015). As il-
lustrated in Figure 2.3, the reinforcement required depends on the initial model choice,
which can affect both cost and ef ciency, giving the designer more in uence than is of-
ten assumed. Additionally, statically indeterminate strut-and-tie models can be especially
dif cult to resolve (Blaauwendraad, 2018).

Figure 2.3: Impact on reinforcement amount due to chosen strut-and-tie model (Eng-
strom, 2015)
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As previously noted, SLS poses a challenge for STM. Since strain compatibility is not
considered, de ections are dif cult to assess, and crack widths can only be estimated
through simpli ed or iterative methods (Amini Naja an and Vollum, 2013). Consequently,
neither de ection nor cracking can be reliably used as design criteria. In STM, linear
FEA is often used, neglecting the non-linearity of the material, which is a limitation when
having complex structures such as D-regions. Despite these limitations, STM remains a
widely used and comprehensible method. However, it is less suitable in two speci ¢ cases,
SLS assessments and cyclic loading (Blaauwendraad, 2018). In cyclic loading, such as
seismic applications, STM is problematic as it requires different models for alternating
load directions.

2.3 Stringer-Panel Method (SPM)

An alternative to the more well-known methods for the design of D-regions, like STM,

is SPM. SPM can in many ways be seen as a combination of STM and FEM (de Mello
and de Souza, 2016). SPM is neither well known nor widely used in any country except
for Denmark, which is the only country where this method is recommended in the Na-
tional Annexe to EC2 (DS/EN 1992-1-1) for in-plane stresses. SPM has many advantages
and could be used in areas where STM is not suf cient, or in combination with STM
(Blaauwendraad, 2018).

2.3.1 Theoretical background and principles

The SPM was initially developed for aircraft design, particularly to model wing struc-
tures requiring both lightness and high stiffness (de Mello and de Souza, 2016). The
linear elastic stress eld was originally solved using the force method until the introduc-
tion of the stiffness method-based FEA (Blaauwendraad, 2018). SPM was rst applied to
civil engineering in Denmark during the 1960s for wall-type concrete structures, though
it applies to any material governed by plasticity theory (Jensen, 2012). Signi cant devel-
opments occurred in the 1990s, but research declined thereafter, with only limited applic-
ations pursued (de Mello and de Souza, 2016). Since then, SPM has primarily focused on
computational design, including the development of tools like SPanCAD (Blaauwendraad
and Hoogenboom, 1997). Despite its potential in early-stage and routine design, manual
application of SPM is rarely discussed (de Mello and de Souza, 2016).

When SPM was introduced into structural concrete, as for STM, it was in the context of
lower bound plasticity, hence, it also belongs to the stress eld methods (Blaauwendraad,
2018). This means that the capacities obtained from SPM will be less than or equal to the
actual capacities, and in other words, it provides solutions on the safe side. In addition to
focusing on the ULS strength, the applicability in SLS due to linear-elastic analysis also
leaves a focus on SLS strength and durability.

SPM can, as mentioned, be described as a combination of STM and FEM (Blaauwendraad
and Hoogenboom, 1997). One of the main differences between FEM and SPM is that
SPM aims to use the coarsest possible mesh, while FEM typically requires a much ner
mesh to ensure convergence (de Mello and de Souza, 2016). Designing a stringer-panel
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model with a suf cient mesh, yet as coarse as possible, is a key challenge and skill in
applying the method effectively (Blaauwendraad, 2018). In some cases, however, a ner
stringer-panel grid may be more appropriate, depending on the situation. This is where
engineering judgement and experience become especially important, just as with STM.

SPM is built up by panels that transfer membrane shear forces and stringers that trans-
fer normal forces, a combination of one and two-dimensional elements. The intersection

between stringers is called nodes (Danish Transport Construction and Housing Author-
ity, 2020). The normal forces vary linearly in the stringers, and the panels are loaded

with uniform shear force. Each panel, a quadrilateral element, should be surrounded by
four stringers, most commonly placed in a rectangular shape. It is also possible to have
other trapezoidal shapes if needed (de Mello and de Souza, 2016). An explanation of the
stringers, stringer segments, panels, and nodes can be seen in Figure 2.4.

Figure 2.4: lllustration of stringers, stringer segments, panels, and nodes

Similarly to STM, each panel and stringer is in equilibrium, but in contrast to STM, SPM
can take compatibility conditions into account (Blaauwendraad and Hoogenboom, 1997).
Stringers and panels are connected by grips in nodes. The equilibrium conditions between
stringers and panels, both vertical and horizontal equilibrium, are displayed in Figure 2.5.
For the case of rectangular panels, the shear resultants on the opposite parallel sides are
equally large but in opposite directions to satisfy the equilibrium (Blaauwendraad, 2018).
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Figure 2.5: Equilibrium conditions and equations for the stringers and panels
(Blaauwendraad, 2018)

Due to equilibrium and since the shear force acts in the interface between a panel and
the adjacent stringer, the discretisation with SPM of a beam could be visualised as in
Figure 2.6. For consistency, the sign convention throughout the thesis for the panels and
the stringers will be as displayed in Figure 2.7.

Figure 2.6: Discretised beam with SPM (Blaauwendraad and Hoogenboom, 1997)

Figure 2.7: Sign convention used throughout the thesis

SPM exists in linear and non-linear forms (de Mello and de Souza, 2016). The non-linear
version models material non-linearity and allows panels to absorb normal forces, closely
re ecting real structural behaviour. This, however, requires software such as SPanCabD.
The linear version assumes linear material in both stringers and panels and can be ana-
lysed manually or with simpler scripts for complex geometries.
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2.3.2 Design and modelling

Once the D- and B-regions are identi ed and the internal forces determined, SPM can be
applied to design the reinforcement within the D-region. Since SPM shares conceptual
similarities with STM, prior experience with STM is bene cial (Blaauwendraad, 2018).
The spacing of stringers, placement of tension reinforcement, and calculation of com-
pression members follow STM principles. The following discussion assumes rectangular
panels enclosed by four stringers.

2.3.2.1 The model

SPM modelling begins with de ning stringer placement, then adding panels between
them (Blaauwendraad, 2018). The minimum amount of stringers is achieved by placing
stringers along D-region edges, aligned with external loads and supports, and around the
edges of eventual openings. Spacing between stringers and beam edges must be selected,
typically based on cover requirements and expected widths of bundles and stirrups. As
with STM, engineering judgement remains central to these decisions (Blaauwendraad,
2018). Shear panels are placed between stringers, and examples of stringer-panel models
are shown in Figure 2.8.

Figure 2.8: Examples of stringer-panel models for different D-regions

The model is statically determinate if Equation (2.4) is satis ed for closed systems, and
Equation (2.5) applies when free stringers unconnected to panels are present (Blaauwendraad,
2018). The latter also governs models containing openings. Wher¢he number of

nodesp is the number of panels, aisds the number of stringers.

2p=n 2 (2.4)
1 (2.5)
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2.3.2.2 Forces in stringers and panels

Forces in stringers and panels are determined depending on whether the model is static-
ally determinate or redundant (Blaauwendraad, 2018). Statically determinate systems can
be solved using equilibrium-based analytical methods, and some redundant cases with
symmetry may also be addressed manually. Otherwise, iterative shear force estimates or
FEA may be used (Jensen, 2012). Redundancy can also be handled by incorporating com-
patibility, though this increases complexity. This thesis uses the Python script SPM.py,
developed by P.C.J. Hoogenboom, which is described in subsection 2.3.3.

2.3.2.3 Reinforcement in tension stringers

Once the internal forces are known, the tensile reinforcement in the stringers can be
detailed similarly to the ties in STM (Blaauwendraad, 2018). The required reinforce-
ment area is calculated using Equation (2.6), by EC2 (Swedish Standards Institute, 2008),
wheref 4 is de ned by Equation (2.7) using a partial safety factgr= 1:15. Cover re-
guirements and minimum spacing follow standard EC2 provisions (Jensen, 2012), while
anchorage is designed according to Section 8 of EC2 (Swedish Standards Institute, 2010).

\ =z

As = (2.6)
yd

—_ =
=

Yy

fya = (2.7)

s
Stringer forces vary linearly between nodes and must be transferred to the reinforcement
from the adjacent shear eld (Jensen, 2012). The required shear stress which needs to be
transferred corresponds to the difference in panel stresses on either side of the stringer.

The maximum permitted variation is typically de ned as an increase from zero to the
design yield force over the anchorage length, as described by Equation (2.8).

. _ nAsfyd
J A BJ= b

(2.8)

Where 5 and g represent shear stresses in the adjacent panslganel width,n the
number of barsAs the area per baf,y the design yield strength, argithe anchorage
length. Oncdy, is determined, the force transfer between reinforcement and shear eld
must be veri ed.

2.3.2.4 Compression stringers

Concrete compression stringers should be checked using principles similar to those for
struts in STM (Blaauwendraad, 2018). The compressive stress is calculated as in Equation
(2.9) by dividing the axial force by the stringer area, de ned assyinger . While there

IS no strict limit on stringer width, it typically does not exce2@Poof the adjacent shear

eld, with the smallest dimension perpendicular to the stringer (Jensen, 2012).
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= ¢ (2.9)

The compressive stress should then be checked to be lower than the stringer strength,
c < Rramax (Swedish Standards Institute, 2008). Where the stringer strengfhex ,

could be calculated with Equation (2.10) if the concrete stringer is without transverse

tension and Equation (2.11) if the concrete stringer is with transverse tension. This is

done with the effectiveness factoras Equation (2.12) anftly as Equation (2.13) with
c=1:5.

Rdmax = fcd (2.10)
Ramax = 0:6f o (2.11)

- fck

=1 250 (2.12)
fog= 289 (2.13)

C

The compressive stress in a stringer can initially be set equal to its strength to determine
the minimum required width. This width should then be checked against the dimensions
of the support and load plates, as well as the selected stringer layout. If the required width
is too large, the model must be adjusted or compression reinforcement added. Altern-
atively, the process may begin with a chosen stringer width, matching the plate size for
load- and support-aligned stringers, or twice the distance from the centreline to the edge
for edge-adjacent ones. In all cases, the width should not ex28&df the panel size (de

Mello and de Souza, 2016). The resulting compressive stress is compared to the stringer's
capacity, and if exceeded, modi cations or reinforcement are required. Any compression
reinforcement should be designed according to EC2 (Swedish Standards Institute, 2010).

2.3.2.5 Panels

Distributed mesh reinforcement in the panels is designed based on membrane shear forces.
The steel ratio, , is obtained by dividing the uniform shear stress,by the steel yield
strength, as given in Equation (2.14) (Blaauwendraad, 2018). The shear sfressal-

culated from the shear force and the panel's cross-sectional area, de ned as the thickness,
t, times the effective heightye, which corresponds to the length of the stringers; see
Equation (2.15).

o (2.15)

For small shear panels with closely spaced stringers, distributed reinforcement may be
unnecessary; all reinforcement can instead be concentrated in the stringers, if appropriate
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(Jensen, 2012). Shear stress increases the tensile load in tension stringers and reduces
compression in compression stringers, potentially reversing the force direction and re-
quiring tensile reinforcement.

Concrete stresses in the panels must also be checked to avoid premature crushing (de
Mello and de Souza, 2016). Assuming equal yield stress and reinforcement ratios in both
directions, the resulting concrete struts will get an inclination of a 45° angle, as illustrated

in Figure 2.9.

Figure 2.9: Panels with equal yield stress and reinforcement ratios (de Mello and de
Souza, 2016)

The assumption of equal yield stress and reinforcement in both directions leads to the
relation in Equation (2.16). The resulting compressive stress must not exceed the effective
compressive strength of the concrete, as de ned in Equation (2.11).

c= 2 (2.16)

If compressive stress is present at the centre of the panel, this method may be overly con-
servative (Blaauwendraad, 2018). One alternative is to derive the stress from the stringer
normal forces, dividing the forces by the stringer area. Regardless of the method, the
panel's compressive stress must remain below the effective concrete strength, similar to
struts intersected by transverse ties in STM (de Mello and de Souza, 2016). As per Euro-
code, thisis veri ed using Equation (2.11), as discussed in subsubsection 2.3.2.4 (Swedish
Standards Institute, 2010).

According to EC2, distributed reinforcement in the D-region must meet the minimum
reinforcement requirements (Swedish Standards Institute, 2010). If the calculated rein-
forcement is below this threshold, the EC2 minimum should be applied; otherwise, the
calculated amount governs.
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2.3.2.6 Summary of design steps

The design steps of SPM could be summarised as follows.
» Develop the stringer-panel model.
* Calculate the forces in the stringers and panels.

» Select appropriate distributed shear reinforcement in panels and bundle reinforce-
ment in stringers. Check the bond and anchoring.

» Evaluate and check dimensions of compression stringers and check concrete stresses
in panels.

2.3.3 The Python script SPM.py

As discussed, beams can be designed using SPM either through analytical calculations,
assuming shear stresses to resolve indeterminacy, or by including compatibility via stiff-
ness, as in the Python script SPM.py by Hoogenboom (Blaauwendraad, 2018). The
script's use is detailed in Blaauwendraad (2018) and further explained in a manual by
Hoogenboom (2017).

The script is relatively straightforward. The designer manually de nes a stringer-panel
grid, where each stringer consists of one or more stringer segments, de ned as the portion
of a stringer along one panel edge. Each segment has three degrees of freedom (DOFs)
in the normal direction, one at each end shared with adjacent segments, and one at the
centre, shared with adjacent panels, as shown in Figure 2.10. Panels have four DOFs at the
midpoints of their edges, which are shared with the stringers. To de ne the stiffness, the
lengths of stringer segments, panel dimensions, and the concrete's modulus of elasticity
are speci ed. Finally, boundary conditions and forces are assigned to the relevant DOFs,
after which the script performs the calculations.

Figure 2.10: DOFs of a stringer segment (left) and a panel (right) (Blaauwendraad, 2018)

The computations in SPM.py resemble numerical FEA, as they incorporate compatibility
conditions, allowing analysis of statically indeterminate structures. Each stringer segment
Is assumed to have a constant cross-sectional Ajen( extensional stiffnesEfA). The
stringer's constitutive relation is given by Equation (2.17), whdrés the normal force
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and" the strain (Hoogenboom, 2017). A uniformly distributed shear foreets along
the stringer segment, described by Equation (2.18).

N = EA" (2.17)
N2 Nj

n= (2.18)

The kinematic equations of the stringer segments are then described by the equations in
(2.19), whereu is the displacement in the different DOFs as de ned on the left part of
Figure 2.10.

2Uup 6u;+4u,
L

"o 4u0 + 6u1 2u2 .n
1=

. : (2.19)

2:

At the edges of the panels, the shear foncacts uniformly distributed, which causes

the panel to experience a homogeneous shear stress. The constitutive equation for the
panel can be described as in (2.20), whéns the shear modulus of the concréteés the
thickness of the beam, ands the shear strain in the panel.

n= Gt (2.20)

The kinematic equation for the panel is described in (2.21), with the DOFs as de ned on
the right part of Figure 2.10.

U; Up Uz U
= + 2.21
5 a (2.21)

The stiffness of the stringers and the panels is assembled into a global stiffness matrix,
which is then used together with the external forces to solve for the displacements in each
DOF, the support reactions, and the forces in the stringers. These outputs can then be
used to determine the amount of reinforcement needed as well as the de ections of the
structure. The element stiffness matrix for the 3-DOF stringer segments is de ned as
in (2.22), and the element stiffness matrix for the 4-DOF panels is de ned as in (2.23)
(Hoogenboom, 2017).

? 4 6 2 ’
EA
Ke:stringer = Tg 6 12 6% (2.22)
2 6 4
2 4 a 3
v 2 1 1
b b
_ % % 1 1
Ke:panel = Gt 1 1 b b (2-23)
a a
11 2 °
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2.3.4 Behaviour in service state

Like STM, SPM is based on the lower bound theorem and is therefore applicable in ULS.
Unlike STM, however, the same model can be used for both SLS and ULS. Since compat-
ibility is incorporated similarly to FEM, displacements and de ections can be calculated
(Blaauwendraad, 2018). For simple models, this can be done by hand, or analytically
with the SPM.py script for more complex or indeterminate systems, as shown in subsec-
tion 3.2.2. The approach mirrors FEM, using stiffness properties in panels and stringers,
and with DOFs linking them together. The mesh derives from the layout of stringers and
panels, ideally kept as coarse as feasible. Reinforcement stresses can be calculated dir-
ectly from internal forces, obtained either through hand calculation or from the SPM.py
output (Blaauwendraad, 2018). As for crack widths, they can be calculated approximately
as described in subsection 2.1.3.

2.3.5 Advantages, challenges, and comparison with STM

The primary difference between designing a beam using STM versus SPM is that the re-
inforcement is more concentrated when designed with STM compared to more distributed
with SPM (de Mello and de Souza, 2016). Nevertheless, the total reinforcement quantity
often remains comparable between the two approaches (Sgambi and Tarquini, 2003). The
procedures for determining reinforcement requirements and checking the compressive
capacity of concrete are also very similar for both methods (Blaauwendraad, 2018). Fur-
thermore, as discrete methods based on the lower-bound theorem of plasticity, both STM
and SPM require engineering judgement, such as de ning D-region extents and placing
ties or stringers.

One advantage of SPM is its potential simplicity, as the same model can be used for both
SLS and ULS under various load combinations and directions (Blaauwendraad, 2018).
This is particularly practical for seismic or cyclic loading scenarios. Even in static load
cases, SPM is at least as straightforward as STM (de Mello and de Souza, 2016). SPM is
also easier to automate, and SLS checks become more manageable due to the relative ease
of incorporating compatibility conditions. Moreover, statically indeterminate structures

can be solved more easily with SPM, especially with the support of computational tools
(Blaauwendraad, 2018).

A notable limitation of SPM is the lack of experimental data on D-regions designed using
the method (de Mello and de Souza, 2016). The exibility in assigning shear stresses in
redundant models presents both opportunities and risks (Jensen, 2012). While this allows
for potential optimisation, it also introduces the risk of unfavourable stress distributions.
As with STM, much of the modelling in SPM relies on the designer's decisions regard-
ing the placement of stringers, panels, and boundary conditions (Blaauwendraad, 2018).
However, SPM has proven especially effective for analysing structural elements such as
frame corners and panels with openings (Jensen, 2012).
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2.4 Finite Element Method (FEM)

The basis of FEM is the subdivision of a larger structure into a nite number of smaller
elements, simplifying the representation of a solid structure while still capturing its struc-
tural response accurately. FEM is widely used in structural engineering for both linear
and non-linear analyses, depending on the purpose. Although large or detailed models
can be computationally demanding and require extensive input data, often challenging
during early design, FEM enables detailed modelling of complex, non-linear behaviour.
This allows for more precise results, including de ections, strains, and stresses (Godinez
and Restrepo, 2023; Abdulmajed et al., 2024).

2.4.1 DIANA

DIANA (DIsplacement ANAlyzer) is a commercial FEA software widely used in civil en-
gineering, particularly for reinforced concrete. It offers advanced features such as crack
prediction, multiple material models, and detailed modelling of reinforcement—concrete
interaction (Chai, 2020). Like other nite element software, DIANA uses iterative meth-
ods and provides high precision in non-linear analyses. Its versatility and accuracy are the
main reasons it was selected for the analyses in this report.

2.4.2 Non-linear FEA

Non-linear methods use iterative solvers and can account for effects like plasticity, crack-
ing, creep, and other time-dependent or material non-linearities (DIANA FEA BV, 2017).
Non-linear analysis is especially valuable for concrete, which behaves non-linearly even
under service loads and can yield inaccurate results under linear assumptions in ULS
conditions (Plos, 1996).

To solve a non-linear problem, the displacement vector corresponding to force equilib-
rium must be found through incremental-iterative procedures (DIANA FEA BV, 2024a).
Different iterative methods are available to determine the increment size with which the
displacement vector should be updated. Among the available methods in DIANA is the
Newton-Raphson method. In its regular form, the stiffness matrix is updated each itera-
tion, offering a quadratic convergence characteristic but requiring time-consuming matrix
decompositions for every iteration. While ef cient when initial predictions are accur-
ate, it may diverge otherwise (DIANA FEA BV, 2024a). The modi ed Newton-Raphson
method evaluates the stiffness matrix only once per increment, improving stability and
reducing computational effort per iteration, though typically requiring more iterations
overall (DIANA FEA BV, 2024a). The Quasi-Newton (or Secant) method solves non-
linear problems by approximating the tangent stiffness matrix using data from previous
iterations, avoiding the need to update the matrix each time (DIANA FEA BV, 2024a).
Iterations continue until convergence is achieved or prede ned criteria, such as force, dis-
placement, energy, or residual norms, are met. The process may also stop if divergence
occurs or the iteration limit is reached.

DIANA offers various strategies for selecting step sizes in incremental analysis, includ-
ing load control, displacement control, and arc-length control (DIANA FEA BV, 2024a).
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Load and displacement control apply incremental forces or displacements, respectively.
Displacement control is useful for capturing plastic behaviour near failure, where small
load increases can cause large displacements. In this method, certain displacements are
prescribed, and the remaining values are solved using force-displacement relationships.
Load control instead prescribes forces. Arc-length control is suitable for cases with large
displacements or near-horizontal load-displacement curves, allowing for step size adjust-
ments to improve convergence and handle snap-back or snap-through responses.

2.4.3 Material de nitions

Before non-linear behaviour, materials are typically assumed to behave linearly elastic.
After this stage, cracking and plasticity models are used to model the non-linear beha-
viour and failure mechanism (Plos, 1996). Reinforcing steel is usually considered elastic
until yielding, after which plastic deformation occurs. The material models are further
described in the following subsections.

2.4.3.1 Concrete

Concrete is a heterogeneous material composed of aggregates, cement, and water, with
properties depending on mix proportions, aggregate size, and concrete class (Plos, 1996).
For practical applications, however, it is typically modelled as a homogeneous and iso-
tropic material until cracking occurs.

In DIANA, concrete can be de ned using various approaches, including different design
codes (DIANA FEA BV, 2024b). EC2, commonly used in Sweden, and the b Model
Code for Concrete Structures are two of the options. EC2 de nes stress-strain relations for
normal-weight concrete classes (C12/15 to C80/95) and lightweight classes (LC12/13 to
LC80/88) as in Figure 2.11. Concrete materials in DIANA can also be de ned manually,
without using design codes, allowing the user to specify various parameters and material
models (DIANA FEA BV, 2024b).

Figure 2.11: Stress-strain diagram according to EC2 (DIANA FEA BV, 2024b)

DIANA commonly employs the total strain crack model, which uses a smeared cracking
approach and non-linear stress-strain relationships for both tension (cracking) and com-
pression (crushing) (DIANA FEA BV, 2024a). The model compares principal stresses
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and strains with a user-de ned stress-strain curve. It supports xed, rotating, and rotating-
to- xed crack orientations and is compatible with beam, truss (regular and enhanced),
plane stress, and plane strain elements (DIANA FEA BV, 2017; DIANA FEA BV, 2024a).

The model accounts for the tensile and compressive stresses according to EC2. The tensile
behaviour of the model includes multiple tension softening functions, which are based on
fracture energy related to a crack bandwidth, commonly used in smeared crack models.
A common model to use is the non-linear softening curve according to Hordijk, as can
be seen to the left in Figure 2.12. Compressive behaviour follows EC2, as can be seen
to the right in Figure 2.12. The compressive behaviour speci cally uses Equation (3.14)

in EN 1992-1-1, accounting for increased strength and ductility at higher stress levels.
Alternative curves, for both tension and compression, could also be applied in the total
strain crack model.

Figure 2.12: Tensile behaviour according to Hordijk (left), compression curve according
to EC2 (right) (DIANA FEA BV, 2024b)

Tensile behaviour in the total strain crack model can be de ned using a damage-based re-
duction approach, which accounts for the decrease in Poisson's ratio due to cracking (DI-
ANA FEA BV, 2024a). Lateral con nement and lateral cracking may also be included,
except when using purely elastic compression curves. DIANA applies a constant shear
stiffness reduction, which is especially relevant in xed or combined xed and rotating
crack models, where cracking reduces shear stiffness. Various shear retention functions
are available to model this behaviour. The model can also incorporate ambient effects
and Kelvin chain viscoelasticity, making it suitable for both SLS and ULS analyses, par-
ticularly where cracking or crushing dominates (DIANA FEA BV, 2024a). If material
properties are de ned according to EC2 or another code, DIANA automatically determ-
ines compressive, tensile, shear, and lateral effects without requiring further input.

2.4.3.2 Steel and reinforcement

In DIANA, steel can be de ned either via user-speci ed parameters or through design
codes (DIANA FEA BV, 2024a). When applying Eurocode EN 1993-1-1, standard con-
struction steels from S235 to S460 can be selected. Users may modify properties such
as Young's modulus, Poisson's ratio, thermal expansion coef cient, and density, and may
also include damping. Alternatively, steel can be modelled using various linear or plastic
material models. Two common plasticity models are Von Mises and Tresca (DIANA FEA
BV, 2024b). When plasticity is included, hardening behaviour, kinematic or isotropic,
must be de ned. One option is total strain hardening, where stresses are related to total
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strains. Regardless of the hardening type, a hardening hypothesis, strain or work harden-
ing, must be selected, both requiring the same input parameters. For Von Mises plasticity,
the user must also choose between isotropic, kinematic, or combined hardening.

Several material models are available for reinforcement steel in DIANA, including linear
elastic models, EC2-based de nitions, and plasticity models such as Von Mises (DIANA
FEA BV, 2024a). The interaction between reinforcement and concrete is complex and can
be modelled with varying levels of detail, for example, using embedded reinforcement or
bond-slip relationships. The governing effect on the behaviour of the interaction is sec-
ondary cracks in the transverse and longitudinal directions around the reinforcement. The
bond-slip relation describes how the concrete and reinforcement interact when moving
slightly relative to each other (DIANA FEA BV, 2024a). In DIANA, the mechanical be-
haviour at the location of the interaction and slip zone is de ned by an interface element
with no thickness. The constitutive laws are primarily based on total deformation theory,
where traction depends on relative displacement. The normal traction—displacement rela-
tionship is assumed linear elastic, while the shear traction—slip relationship is non-linear
and can follow various prede ned curves depending on the chosen theory.

Bond-slip properties signi cantly affect structural performance, particularly in SLS, where
they in uence crack widths, spacing, tension stiffening, and curvature (b, 2010). In
ULS, it impacts anchorage strength, lapped joint performance, and rotation capacity of
plastic hinges. DIANA includes several bond-slip interface models, each requiring spe-
ci c slip parameters. The only design-code-based model is the CEB-FIB 2010 function,
which differs primarily in its unloading—reloading behaviour compared to other models
(DIANA FEA BV, 2024a). Relevant parameters and loading characteristics are de ned in
the b Model Code ( b, 2010). Bond-slip failures include pull-out and splitting failures.
Anchorage-related failure can also be considered for both linear and non-linear anchors,
provided the anchor stiffness is de ned (DIANA FEA BV, 2024a).

2.4.4 Crack approaches in nite element modelling

Cracking in DIANA can be modelled using either the discrete or smeared cracking ap-
proach (DIANA FEA BV, 2024a). A third option, less commonly available in standard
nite element software, is the embedded crack approach, which models cracks as discon-
tinuities within elements. While this method most closely represents real crack behaviour,
it requires special elements and is computationally intensive. The discrete crack model
simulates cracks as discontinuities between elements and requires prede ned crack loca-
tions and interface elements, making it ideal for studying speci ¢ cracks or crack patterns.
In contrast, the smeared crack model distributes cracking over elements, making it suit-
able when crack locations are unknown and global behaviour is of interest.

The total strain crack model in DIANA uses a smeared crack approach requiring input of
crack bandwidth and fracture energy (DIANA FEA BV, 2024b). The crack bandwidth

is a length scale parameter used for the softening tensile curves based on the fracture
energy. It can either be user-de ned or calculated using methods such as Rots' element-
based approach, which bases the bandwidth on the nite element size. The mode-I tensile
fracture energy is derived from the chosen tension function, for example, Hordijk's curve
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(Figure 2.12) (DIANA FEA BV, 2017). In structural analyses, especially for crack pre-
dictions when the crack bandwidth is element-based, different behaviours can be seen
depending on the mesh size (Alafién et al., 2018). A too ne mesh may overestimate
crack width, while a too coarse mesh may underestimate it. Mesh sensitivity is especially
an issue as cracks localise and propagate at higher load levels near failure (Modéer, 1979).

The smeared crack approach includes three models: xed, multi-directional, and rotating
cracks (DIANA FEA BV, 2024b). In the xed crack model, cracks follow the prin-
cipal stress direction, with shear stresses arising if this direction changes. The multi-
directional crack model also has this convention, but new cracks can develop if the direc-
tion of the principal stresses changes more than a speci ¢ angle. The rotating crack model
aligns cracks continuously with the principal stresses, resulting in no shear stresses within
cracks.
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Design and analysis of specimen

A deep beam was analysed through a parametric study, varying one geometric parameter
at a time to evaluate the applicability of the Stringer-Panel Method (SPM) and compare
it with the Strut-and-Tie Method (STM). For each variation, reinforcement was designed
using both methods and analysed through analytical calculations and non-linear nite
element analysis (FEA). The beams used C30/37 concrete and reinforcement with a yield
stress 0500 MPg following Eurocode EN 1992-1-1 (EC2). Although higher-strength
concrete is common in practice, C30/37 was chosen to better observe cracking and de-
ections. A cover thickness 050 mmwas used, and the assumed spacing between rein-
forcement layers wag0 mm

For all beams, no safety factors were applied in either the design or the analysis. Since
the focus was on investigating structural behaviour rather than achieving code-compliant
designs, this approach allowed for a more direct comparison between analytical calcula-
tions and non-linear FEA results. Additionally, reinforcement areas and related paramet-
ers were not rounded to standard values but kept as calculated. This eliminated round-
ing errors and ensured consistent, accurate comparisons between different beam models,
helping isolate the in uence of geometric variations and design methods without the in-
terference of practical detailing adjustments.

3.1 Geometries of specimen

For each specimen, one geometric parameter was varied while keeping the beam height
xed at 3m and the thickness &00 mm All beams were subjected to3®00 kN point

load in the negative y-direction, applied at the centre of the top edge via a loading plate,
which was considered as the design load for the beams. Simply supported conditions were
provided at the ends along the bottom. The loading and support plates me480rach

in width, 100 mmin height, and matching the beam's thickness. One varied parameter
was the span length, increased fr8m to 9 min 0:5 mincrements. Some examples of
beam geometries with varying lengths are shown in Figure 3.1.
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Figure 3.1: Deep beams with a height 8fm and a length o8 m, 6 m, and9 m

The other parameter studied was a central opening introduced into the beam, which was
varied in size. To isolate the in uence of the opening, both the beam'’s height and length
were held constant &m 3 m. The opening was square-shaped, with side lengths ran-
ging from0:5 mto 1:5 m, increasing irD:25 mincrements. This allowed for an analysis of

the effect of the opening-to-beam area ratio. Three beams with increasing opening sizes
are illustrated in Figure 3.2.

Figure 3.2: Deep beam with dimensiodsm 3 m, with varying opening siz€):5m
05m,1m 1mandl5m 1.5m

3.1.1 Background of choice of geometries

The specimens were designed as deep beams with typical geometries and clear deep beam
characteristics. A xed height @ m was chosen to represent a structural wall element in

a building. The span length was varied to study the in uence of the span-to-depth ratio
and assess whether SPM or STM performs better as the beam becomes deeper or more
slender. While this ratio could also be varied by adjusting the height, changing the length
was considered more realistic for building applications. Span lengths range@® frotm

9 m, aligning with the deep beam de nition in Engstrom (2015), which states that a beam

32 CHALMERS Architecture and Civil EngineerindJlaster's Thesis ACEX30



3. Design and analysis of specimen

is considered deep when its span does not exceed three times its depth. Shorter beams
were avoided, as their behaviour tends to resemble that of columns. Only one geometric
parameter was varied at a time to isolate its effect on the structural response and better
understand its in uence on the suitability of SPM versus STM for reinforcement design

in D-regions.

One advantage of SPM is its suitability for beams with openings, due to its rules for
stringer placement (Blaauwendraad, 2018). This motivated the choice of an opening with
varying size as the second parameter studied. The aim was to assess how openings in-
uence reinforcement layout and method preference. The smallest opening was selected
based on when it began noticeably affecting the linear elastic stress eld. The largest
opening was chosen to ensure the beam still behaved as a deep beam, since larger open-
ings caused it to act more like a frame structure.

3.2 Design of reinforcement

The reinforcement for each specimen with varying geometrical parameters was designed
with both STM and SPM. The design process and nal reinforcement designs are presen-
ted in the following section.

3.21 STM

To determine the strut-and-tie layout, a linear elastic analysis was performed in DIANA
without reinforcement. The concrete and the loading and support plates were modelled
with linear elastic properties, with material parameters listed in Table 3.1. The geometry
re ected each beam case, with the variations previously described. Simply supported
boundary conditions were applied at the bottom plates, and the design load was applied at
the loading plate. A structured mesh wiifi m square elements was used. The analysis
produced principal stress plots indicating the linear elastic stress elds. The Python script
used for this DIANA analysis is provided in the Appendix in section A.1.

Table 3.1: Linear analysis input parameters

Properties Value
Concrete class C30/37
fem 38 MPa

Aggregate Quartzite
Cement class| Class N

Es 200 GPa
s 0:2
7800 kggm?®

Based on the principal stress elds from the linear analyses, a strut-and-tie model was
developed for each beam geometry. Ties placed along the bottom or around openings were
offset80 mmfrom the concrete edge, approximating the reinforcement's centre of gravity.
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This assumed two layers @) mmbars,50 mm cover, and20 mm spacing between the
layers. The application rules outlined in section 2.2 were followed, and strut angles were
veri ed to meet design criteria. Examples of models fordha 3 mbeam and the same
beam with alm 1 m opening are shown in Figure 3.3.

Figure 3.3: Stress eld and strut-and-tie model for the beam with dimensibms 3 m
and the beam with the same dimensions with an openidgwf 1m

The strut-and-tie models were then analysed in TrussPilot, a software developed by the en-
gineering rm ELU. This program calculates the reinforcement area and the strut widths
according to EC2 as explained in section 2.2. The input parameters in Table 3.2 were used
in TrussPilot. The results from this analysis and the strut-and-tie models can be found in
the Appendix in section A.2.

Table 3.2: TrussPilot input parameters

Properties | Value

f ck 30 MPa
s 1

k1 1.0

Ko 0:85

ks 0:75

The distributed reinforcement for all deep beams was calculated according to EC2 for
minimum reinforcement to satisfy Equation (3.1) with an area not less than stated in
Equation (3.2) (Engstrom, 2015). The maximum bar spacing was calculated according to
Equation (3.3) but not larger th&®0 mm This resulted in a distributed reinforcement of
400 mnt=m with sma = 300 mm for all the deep beams designed according to STM.

min = 0:001 (3.1)
Amin 150 mnf=m (3.2)
Smax =2 t (3.3)
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The reinforcement area and length for each tie are presented in Table 3.3 for varying beam
lengths and in Table 3.4 for varying opening sizes, where H denotes horizontal and V
vertical tensile reinforcement. The tensile reinforcement volume was combined with the
distributed reinforcement volume, calculated by multiplying the minimum reinforcement
on both sides by the beam's area, to determine the total reinforcement volume for each
beam, as summarised in the tables.

Table 3.3: Reinforcement areas and total volume, varying beam length

Beam size] H; Lyt H, Lyo \Y Ly Total Volume
[m] [mm?] [mm] | [mm?]  [mm] | [mm*]  [mm] [10 ° m?]
3 3 1611 2600 O 0 0 0 18589
35 3 1709 3100 O 0 0 0 22098
4 3 1949 3600/ O 0 0 0 26216
45 3 2180 4100, O 0 0 0 30538
5 3 2446 4600, O 0 0 0 35252
55 3 2712 5100, O 0 0 0 40231
6 3 2978 5600, O 0 0 0 45477
65 3 3781 3050/ 1890 2 1525| 3000 2 2420 63017
7 3 3928 3300 1964 2 1650 3000 2 2520 68164
75 3 4064 3550| 2032 2 1775| 3000 2 2620 73361
8 3 4191 3800| 2095 2 1900| 3000 2 2720 78607
85 3 4308 4050| 2154 2 2025| 3000 2 2820 83891
9 3 4574 4300| 2287 2 2150| 3000 2 2820 89622

Table 3.4: Reinforcement areas and total volume, varying opening size

Dimensions of opening[m]0:5 05 G775 075 1 1 125 125 15 15
Hi [mm?] 2057 1920 1800 1524 1200
L1 [mm] 3600 3600 3600 3600 3600
H, [mm?] 138 496 700 1471 3992
L2 [mm] 1200 1200 1200 1430 750
Hs [mm?] 0 0 0 0 1828
Ly s [mm] 0 0 0 0 2 525
V [mm?] 0 0 0 0 3000
Vy [mm] 0 0 0 0 2 520

Total Volume [LO ® m3] 26371 25807 24920 24290 27953

3.2.1.1 \Veri cation of TrussPilot

To verify the accuracy of the TrussPilot software, an analytical validation was performed
using thedm 3 m beam model. Strut-and-tie forces, strut widths, and reinforcement
areas were calculated analytically, as detailed in section A.3 in the Appendix, and com-
pared to the results from TrussPilot. The comparison con rmed that the values matched,
validating the software’'s reliability.
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3.2.2 SPM

Analytical calculations were carried out using a Python script to automate designing the

reinforcement of the deep beams according to SPM. The Python script SPM.py by Hoo-

genboom was used as a foundation for these calculations. The explanation of this script
can be found in subsection 2.3.3, and more thoroughly in the book by Blaauwendraad
(2018).

Hoogenboom's original SPM.py script is not fully automated, as all degrees of freedom
(DOFs), lengths, and geometric parameters must be manually de ned. This makes the
script primarily a tool for checking forces and displacements, requiring the stringer-panel
layout to be determined beforehand. To address this limitation, modi cations were made
to assist with layout design and automate the process. Some other minor changes to
the structure of the script were also made, but no changes were made regarding the
calculations. The modi ed script, used in this thesis and available in the Appendix in
Appendix B, requires only basic input for geometry and material properties. The input
parameters for the geometry of the beam, the material, and the boundary conditions are
listed in Table 3.5, Table 3.6, and Table 3.7. These inputs match those used in the STM
and FEA. The script automatically generates a stringer-panel grid and performs calcula-
tions of forces and displacements as in the original version of the script. Additionally, it
includes new features to calculate required reinforcement areas and verify stringer capa-
cities, which were not included in the original script.

Table 3.5: Geometry input parameters for the SPM calculations

Properties Value
Length of beam (Varies)
Height of beam 3m
Csupports * 0:2m
Cedge” 0:08m
Beam thickness 0:4m
Presence of opening"yes"/"'no"
Height of opening | (Varies)
Width of opening | (Varies)

* The distance from the edge of the concrete to the centre of the stringer, when the stringer is aligned with
a support or is adjacent to any other edge.

Table 3.6: Material input parameters for the SPM calculations

Properties | Value
0.2

E 328 GPa

fyk 500 MPa
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Table 3.7: Input parameters for forces and boundary conditions for the SPM calculations

Properties Value
Number of external forces 1
Dimensioning applied force 3000 kN
Applied force (Varies)
x-coordinate of force* \Width of beam
Number of prescribed displacement8
Prescribed displacements [0, 0, 0]

The script does not consider non-linear material behaviour and is intended primarily as
a convenient tool for automating the layout and analytical calculations for SPM. It sup-
ports design and checks for both SLS and ULS loads but is limited in terms of geometry,
force placement, and support conditions to those of this thesis. These assumptions ensure
consistency between models and allow for generating a mesh as coarse as possible with
the minimum number of stringers, as outlined in subsubsection 2.3.2.1. The naming con-
vention for stringers and panels is shown in Figure 3.4 for varying beam lengths and in
Figure 3.5 for varying opening sizes.

Figure 3.4: Numbering of stringers and panels for a beam without opening
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Figure 3.5: Numbering of stringers and panels for a beam with an opening

The reinforcement areas needed for the tension reinforcement in the stringers, as well as
for the distributed shear reinforcement in the panels, for the beams with varying span-to-
depth ratios are shown in Table 3.8. The reinforcement needed for the deep beams with
openings of varying sizes is shown in Table 3.9.

Table 3.8: Reinforcement areas and total volume, varying beam length

Beamsize S1 S2 P1 P2 Total Volume
[m] [mMm?]  [mm?] | [mm?/m] [mm?/m] | [10 & md]
3 3 1373.24 1373.24 422.54 422.54 18534
35 3 |1637.32 1637.32 422.54 422.54 22567
4 3 1901.41 1901.41 422.54 422.54 26864
45 3 | 2165.49 2165.49 422.54 422.54 31426

5 3 2429.58 2429.58 422.54 422.54 36251

55 3 | 2693.66 2693.66 422.54 422.54 41341

)
3
)

6 3 2957.75 2957.75 422.54 422.54 46695
6:5 3 | 3221.83 3221.83 422.54 422.54 52312
7 3 3485.92 3485.92 422.54 422.54 58194
75 3 | 3750.00 3750.00 422.54 422.54 64340
8 3 4014.08 4014.08 422.54 422.54 70750
85 3 |4278.17 4278.17 422.54 422.54 77424
9 3 4542.25 4542.25 422.54 422.54 84363
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Table 3.9: Reinforcement areas and total volume, varying opening size

Dimensions of opening[m] 05 05 075 075 1 1 125 125 15 15
S1 [mn¥] 1561 1408 1253 1100 949
S2 [mn¥] 1561 1408 1253 1100 949
S3 [mnf] 1561 1408 1253 1100 949
S4 [mn?] 232 315 391 463 531
S5 [mn¥] 232 315 391 463 531
S6 [mn¥] 232 315 391 463 531
S8 [mnT] 514 842 1261 1810 2559
S9 [mnf] 514 842 1261 1810 2559
S11 [mn¥] 0 0 0 0 181
S12 [mnf] 0 0 0 0 181
S13 [mn¥] 0 0 0 0 181
S14 [mnf] 0 0 0 0 181
S16 [mn¥] 0 0 0 0 110
S17 [mn¥] 0 0 0 0 110
S26 [mnf] 0 0 0 0 110
S27 [mnf] 0 0 0 0 110

P1 [mn?/m] 425 419 411 402 400
P2 [mn?/m] 400 400 400 400 400
P3 [mnt/m] 425 419 411 402 400
P4 [mnt/m] 488 512 539 571 610
P5 [mn?/m] 488 512 539 571 610
P6 [mn?/m] 400 400 400 400 400
P7 [mn?/m] 1101 1244 1429 1678 2034
P8 [mnt/m] 1101 1244 1429 1678 2034
P9 [mnt/m] 400 400 400 400 400
Total Volume [LO © m?] 28551 29461 30592 32088 35373

For stringers S11-S27 in the beam witl:&m 1.5 m m opening, the required rein-
forcement areas are smaller than the distributed reinforcement already present in this area
in the beam. As a result, no additional reinforcement is needed in these stringers.

3.2.2.1 Veri cation of the Python script

The Python script written for and used in this thesis was veri ed through a comparison
with the output for the displacements and forces of the original script written by Hoo-

genboom for the same stringer-panel layout. The results for the forces given by Hoo-
genboom's script were then compared to an analytical calculation for a simple statically
determined deep beam.
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3.3 Analytical calculations

For both STM and SPM, reinforcement stresses and crack widths were analytically calcu-
lated and compared to results from the non-linear FEA. De ections of the SPM-designed
beams were computed using the Python script and also compared with FEA results.

To compare the different methods in a relevant way, several load levels were selected,
as shown in Table 3.10. The design load for all beams 3@ kN Additional checks

were made at 0.6 and 0.8 of the ULS load to represent service conditions. These values
align with typical load factors in Eurocode, where characteristic service loads often range
between 67-80% of ULS (Swedish Standards Institute, 2010). This approach allowed for
consistent comparisons across ULS and serviceability states. These load steps were also
used when analysing and comparing the results from FEA.

Table 3.10: The magnitudes of the point load applied on the beams, whgrie the
design load

Applied load | [kN]

P4 3000
0:8P4 2400
0:6Py 1800

3.3.1 Stresses in reinforcement

Reinforcement stresses were calculated for beams designed using both STM and SPM.
For STM, itwas assumed that all tensile reinforcement reaches the yield st&€@s\Pa

at the design load, and required reinforcement areas were determined accordingly, as
previously described. Since STM is based on a linear elastic stress eld, reinforcement
stresses were assumed to scale linearly with the applied load. For example, at 80% of the
design load, stresses were taken as 80% of those for the design load. This linear approach
provides a reasonable estimate of reinforcement stresses at service load levels based on
STM theory.

Reinforcement stresses in the SPM design were calculated similarly, with reinforcement
areas based on stringer forces at the design load, assuming steel yielding. As stringer
forces vary linearly, the maximum tensile force in each stringer governs the required area.
The design load reduced by 80% or 60% were then used, and corresponding forces and
stresses were recalculated through the same linear approach as for STM. This approach
is valid for estimating service-state stresses, as the stringer-panel model's geometry re-
mains unchanged regardless of load magnitude, aligning with the linear assumptions of
the method.

3.3.2 Crack widths

The crack widths were calculated with the approach described in subsection 2.1.3, using
the equation given in EC2 and approximating an "effective beam" using the tensile rein-
forcement at the bottom of the beam along with an effective concrete area surrounding it,
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mimicking a regular Bernoulli beam. This was done for both the STM and SPM beams
of all geometries.

What was deemed as a crack in this case was if the crack width was larger than 0.11875
mm. This value was equal to the ultimate crack strain according to Hordijk (DIANA FEA
BV, 2024a), which de nes a fully open crack. This lower limit of the crack size was used
for the cracks obtained from both the analytical calculations and the FEA results.

3.3.3 De ections

The de ections were calculated using the Python script for SPM, as outlined in subsec-
tion 2.3.3. These linear-elastic calculations considered stress distribution and stiffness
but did not account for non-linear effects. Stiffness for both stringers and panels was
required. For reinforcement design, each stringer's stiffness was assumed to be half the
width of the adjacent panels, or the distance from the stringer to the beam edge (or open-
ing), multiplied by the beam thickness and Young's Modulus. This assumption follows
the examples in the SPM.py user manual by Hoogenboom (2017), ensuring consistency
with recommended modelling practices. This approach accounts for the concrete stiffness
in both directions for the whole beam.

These values of the stiffness were primarily used throughout all analytical calculations
for SPM, which are presented throughout the Results chapter. This approach assumes
constant stiffness in the concrete, regardless of load, meaning non-linear effects such as
cracking were not considered, limiting the method to linear analysis. To approximate
cracking behaviour more realistically, reduced stiffness values were applied in the script
by multiplying the total stiffness of stringers and panels by factors of 0.2 and 0.1. This ad-
justment aimed to mimic stiffness degradation due to cracking. The impact on de ection
from this modi cation is discussed in subsection 5.8.1.

Since the Python script calculations were only valid for linear analysis when stiffness

was kept constant, the original script results were also compared to linear FEA results
in addition to the non-linear FEA. This comparison was made for beams with lengths of

3m, 6 m, and9 m, as well as for beams with openings with the edge measureixénts

1m, and1:5m. The analysis was performed for the load stBps0:8P4, and0:6Py, with

results presented in section 4.4.

The displacement results from the Python script were provided for each DOF in the model.
These de ections were then compared to those obtained from the FEA in DIANA. How-
ever, for the deep beams reinforced according to STM, displacements could not be calcu-
lated in a similarly straightforward way. Therefore, a comparison of analytically obtained
de ections for the STM-designed beams was not conducted.

3.4 Finite element modelling

A FEA was made with the commercial nite element software DIANA. The following
section explains how this analysis was carried out. The Python script for the DIANA
analysis can be found in the Appendix in section C.1.
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3.4.1 Material parameters

Material parameters were, when possible, chosen according to EC2, or the b Model
Code when EC2 was not applicable. The exact material parameters used in this analysis
are presented in the following sections for the concrete, steel plates, and reinforcement.

3.4.1.1 Concrete beam

Concrete with prede ned material properties according to EC2 was used in the DIANA
model, as outlined in subsubsection 2.4.3.1. The valueBd@r ., « ,fcm, andfcm

were retrieved for the concrete class C30/37. The aggregate was chosen as quartzite, and
the cement as class N.

A total strain-based crack model with a smeared cracking approach was adopted to cap-
ture tensile cracking behaviour and compressive plasticity, as crack locations were un-
known (DIANA FEA BV, 2024b). Tensile response followed Hordijk's model, while
compressive behaviour followed EC2. The crack bandwidth was computed via Rots'
element-based method, using the square root of the element area. Mode-I fracture energy,
Gr, was derived from the b Model Code, using Equation (3.4), wWitho = 10 MPa
andGgo = 0:0263 Nmn¥mm?, interpolated for a maximum aggregate sizel6fmm
(CEB-FIP Model Code 90', 1993).

Ge = GFO(f cm:fcmO)O:7 (3-4)

Since Poisson's ratio decreases due to cracking, a damage-based reduction model was
used, where the ratio decreases when the damage due to cracking increases (DIANA FEA
BV, 2024a). The strain at ultimate stress was adjusted from the EC2 strain of 0.0035
for a 300 mmcylinder to a strain more appropriate for the element size used to avoid
compression failures due to localisation, according to Equation (3.5) (Swedish Standards
Institute, 2010). The strain at maximum stress was set to 0.002 for all mesh sizes.

ult:new —

300 mm
: 0;0035 3.5
Mesh element size [mm] (3:9)

Reductions due to lateral cracking and large tensile strains perpendicular to the principal

compressive direction were not considered, since it was not assumed to affect the results
of this study. Neither was stress con nement, an increase of compressive strength with in-

creasing stress from lateral con nement, for the same reason. A summary of the concrete
material parameters used in the FEA is presented in Table 3.11

Table 3.11: Concrete material properties for DIANA

Compression Tension

fem = 38 MPa fom = 2:89 MPa
"ut according to (3.5) G = 66:96 NmEm?
".max = 0:002
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3.4.1.2 Loading and support plates

The loading and support plates were modelled as steel with linear material properties, as
presented in Table 3.1.

3.4.1.3 Reinforcement

The tensile and distributed reinforcement were assigned identical material properties but
de ned with different geometries. To realistically simulate cracking behaviour and ob-
tain representative crack patterns and crack widths, the interaction between concrete and
reinforcement was modelled using bond-slip relationships. Anchorage effects were ex-
cluded, as anchorage failure was not considered a relevant failure mode in this study.
Young's modulus, Poisson’s ratio, and density were de ned following EC2, as shown in
Table 3.12.

A non-linear material model with Von Mises plasticity was selected to capture steel yield-
ing, strain hardening, and failure, as well as crack widths and deformations in the service
state. While other plasticity models may suit cyclic or complex load cases, this approach
was considered most appropriate for the current analysis. The hardening function was
de ned using a total strain—yield stress diagram shown in Figure 3.6.

The rst point represents initial yielding &, = 500 MPa and = 0:0025 based on the

linear elastic relation = E . The second point marks the end of the yield plateau at the
same stress, but with= 0:02 Here, a slight increase in stress5@b MPawas applied,

due to software limitations prohibiting a perfectly horizontal curve. The third point is the
ultimate strengthf, = 600 MPa at = 0:2 (b, 2010). The fourth and last point is at

the same strain but with a signi cant drop in stress, indicating failure and a stop to the
hardening. The hardening hypothesis was set as strain hardening, and the hardening type
as isotropic hardening. No kinematic hardening has been considered.
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Figure 3.6: Total strain-yield stress diagram used in DIANA

The bond-slip interface parameters were de ned based on the b Model Code 2010. The
normal and shear stiffness modules were sdt to10*>N=m3 and1 10'2N=m?3. The
bond-slip interface failure model was set as the CEB-FIB 2010 bond-slip function. To
prevent numerical errors, the linearised initial slip section was de negh as0:1mm,

which must be greater than zero. Relative slip sectsyrie s; are speci ed in Table 3.12

and de ned for good bond conditions and pull-out failure ( b, 2010). The maximum shear
stress was calculated ag.x = 2:5f 3;5 with f o = 30 MPa. For the same conditions, the
ultimate shear stress and the exponent alpha were set=a8:4 ,ox and = 0:4. The
reinforcement material properties are presented in Table 3.12.
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Table 3.12: Reinforcement material properties for DIANA

Properties Value
Es 200 GPa
s 0:2
7800 kgm?
fy 500 MPa
fu 600 MPa

Normal stiffness modulus 1 10 N=m?®
Shear stiffness modulus| 1 10 N=m®

max 137 MPa
£ 5:48 MPa
So 0:1mm
S1 1:0mm
S 2:0mm
S3 50mm
e 0:4

3.4.2 Geometry and element properties

The geometries of the concrete deep beams and the steel plates were de ned as described
in section 3.1. Both were modelled using regular plane stress elements. For the tensile
and distributed reinforcement, the shape type was set to reinforcement lines and the ele-
ment class to bar with the truss bond-slip reinforcement type. This allows reinforcement
deformation to differ from the surrounding concrete, which is not possible with embed-
ded bars ( b, 2010). Truss bond-slip was used instead of circular beam bond-slip, as only
axial strains and stresses were of interest, excluding shear deformation, curvature, and
torsion accounted for by circular beam bond-slip.

For the tensile reinforcement, the cross-section area was set as the entire reinforcement
area needed for that speci c tie or stringer, not every bar one by one. The number of bars
was calculated for bars with a diameter2ifmm, even if it does not add up to an exact
number of bars. For a proper bond-slip interaction, the contact perimeter was de ned by
multiplying the perimeter of 0 mm bar with the exact number of bars, even if it is not

an integer. Notably, the cross-sectional area and the circumference do not need to match
in this case since they are used for different parts of the analysis.

The geometry of the distributed reinforcement was de ned as the minimum reinforcement
of 400 mn?=m across both sides of the entire beam for all STM and SPM cases. For SPM
panels requiring more than the minimum, the additional reinforcement was added locally.
An iterative process was used to determine the number, size, and spacing of horizontal
and vertical bars to match the required reinforcement without excess. Bar spacing was
initially calculated assuming12 mm bars and checked against the maximum spacing
limit of snax = 300 mm. Based on this spacing and the width of the beam or panel, an
integer number of bars was determined. A new exact spacing was then recalculated, from
which the required bar area and perimeter were derived. These values were applied to both
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sides of the reinforcement grid in horizontal and vertical directions. The full calculation
process is detailed in the Python script for DIANA in the Appendix in section C.1. The
reason for the iterative process and the use of exact values of areas, number of bars and
distances was to not let rounding in uence the results. It is not possible to optimise like
this in reality, but it makes it possible to perform a fair comparison of STM and SPM.

3.4.3 Loads and boundary conditions

The load was applied as a prescribed displacement at the top middle node of the loading
plate, rather than as a force, to better capture plastic behaviour and avoid convergence
issues from large step increments. The displacement was applied in 100 steps, with the
total magnitude adjusted to ensure beam failure occurred near the nal step. The loaded
node was connected by tyings to the bottom edge of the steel plate to distribute the load
evenly to the concrete and prevent local crushing beneath the plate. Support boundary
conditions were de ned as simply supported, applied at the central nodes on the bottom

of each support plate.

3.4.4 Modelling choices, assumptions, and analysis method

The maximum number of iterations per load step was set to 500, which was suf cient
for convergence throughout the analysis. A standard Newton-Raphson solution method
was used, with energy, displacement, and force as convergence norms. As previously
mentioned, displacement control was used in the analyses, as it improves convergence
reliability during large deformations, plastic behaviour, and near-failure conditions.

3.4.4.1 Mesh analysis

Just as for the linear DIANA analyses, a mesh with quadrilateral elements was generated

for the non-linear analyses. To ensure convergence, a mesh sensitivity study was conduc-
ted using th8m 4 m beam with alm 1 m opening. The selected output variable

for assessing convergence was the stress in the bottom tensile reinforcement along the
left edge of the opening. This output was considered less dependent on mesh size than,
for example, crack width or crack location. Load-stress curves were generated for each

tested mesh size to visualise convergence, as shown in Figure 3.7.

46 CHALMERS Architecture and Civil Engineerindylaster's Thesis ACEX30



3. Design and analysis of specimen

Figure 3.7: Load-stress curves for the different mesh element sizes evaluated in the mesh
convergence analysis

The mesh analysis indicated that a mesh siz@bfm was suf cient to achieve conver-
gence for these beams. However, for beams wittban  1:5 m opening, this mesh size

led to singularities beneath the loading plate. To avoid this, a coarser medbof was
adopted for both the SPM and STM models. Similarly, for beams with lengths ranging
from 4:5mto 6 m, localised failure occurred directly beneath the loading plate. This was
resolved by implementing a zone with a larger mestodff m) beneath the loading plate
and above the supports, reducing stress concentrations. For beams exéeeding
uniform 0:15 m mesh ensured both convergence and numerical stability. In the largest
beams,” mto 9 m, a mesh size 00:2 m was required under the loading plate to prevent
recurring singularities.

3.4.5 Analysis output

The selected output parameters included Cauchy stresses in the reinforcement in the nor-
mal direction, vertical displacements, equivalent crack widths, and the reaction force cor-
responding to the applied displacement. Upon completion of the analysis, these results
were extracted from DIANA, compiled, and evaluated, as presented in chapter 4 and dis-
cussed in chapter 5. The lower limit of the crack width, de ned in subsection 3.3.2, was
applied consistently in the FEA, as well as the analytical calculations.

3.4.6 \Veri cation of DIANA model

To assess the accuracy of the DIANA model used in this thesis, its performance was com-
pared with both experimentally tested beams and other published nite element models.
The geometry of each reference beam is provided in the Appendix in section C.2. The
same modelling assumptions and procedures applied in this thesis were used, with adjust-
ments to material and geometric properties to match the experimental cases. The results
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obtained from the DIANA analyses are summarised in Table 3.13, alongside the corres-
ponding experimental and FEA data from the literature, as detailed in section C.2 in the
Appendix.

Table 3.13: Results from the veri cation of the DIANA model

’ ‘ I:)crack [kN] ‘ I:)failure [kN] ‘ d [mm] ‘ Wi [mm] ‘

DIANA model 1 117 620 0.27 0.44
Beam 1 225 1030 6.85 1.41
Comparison 1 52% 62% 3.9% 31.2%
DIANA model 2 97.7 360 0.42 -
Beam 2 60 380 8.87 -
Comparison 2 163% 95% 4.7% -
DIANA model 3 104 260 0.29 0.71
Beam 3 170 256 3.29 1.78
Comparison 3 61% 102% 8.8% 40%
DIANA model 4 - 580 0.15 -
Beam 4 - 300 8.7 -
Comparison 4 - 194% 1.7% -
DIANA model 5 - - 0.58 -
Beam 5 - - 0.67 -
Comparison 5 - - 87% -
DIANA model 6 - 548 0.94 -
Beam 6 - 600 4.0 -
Comparison 6 - 91% 24% -
DIANA model 7 - 900 5.9 -
Beam 7 - 2750 7.1 -
Comparison 7 - 33% 83% -

In cases where crack parameters were compared, the DIANA model generally underes-
timated both the cracking loads and crack widths relative to experimental results. This
suggests that real beams exhibited larger cracks, but that the model provided a somewhat
good estimation of crack load, even if slightly on the low side. The failure loads, however,
were often comparable to the experimental values. Notably, the differences in de ection
were signi cant, with the DIANA model typically under-predicting the response, which

is discussed and explained further in subsection 5.2.1.
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Results

In this chapter, the results obtained from the analytical calculations made with the Strut-
and-Tie Method (STM) and Stringer-Panel Method (SPM) are presented, followed by the
results obtained from the non-linear nite element analyses (FEA). The analytical results
and the FEA results are then compared.

The results for the beams with varying span-to-depth ratios and varying opening sizes are
presented separately. In the plots showing varying opening size, the result for the beam
without an opening with the same outer dimensions as the beams with op&rngg, m

m, is shown when relevant.

4.1 Results from analytical calculations

The following presents and compares the results obtained from the analytical calculations
using STM and SPM, respectively.

4.1.1 Total reinforcement volume

The total reinforcement volumes for the different beams are shown in Table 4.1 for the
beams with varying span length without an opening, and in Table 4.2 for the beams with
an opening of varying size. The tables also show the volume of the main tensile reinforce-
ment compared to the volume of the distributed reinforcement. The reinforcement area
for each tie or stringer is described in greater detail in section 3.2.
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Table 4.1: Total reinforcement volume, comparison for beams with varying span-to-depth

ratios
Reinforcement volumelD © m?]
Beam dimensions [m]| Main rein. Distr. rein. Tot. reinf. vol.
STM SPM | STM SPM | STM SPM
3 3 4189 3570| 14400 14963 18589 18534
3 35 5298 5076 | 16800 17491 22098 22567
3 4 7016 6845| 19200 20019 26216 26864
3 45 8938 8879 | 21600 22547 30538 31426
3 5 11252 11176 24000 25075 35252 36251
3 55 13831 13738 26400 27603 40231 41341
3 6 16677 16563 28800 30131 45477 46695
3 65 31817 19653 31200 32659 63017 52312
3 7 34564 23007 33600 35187 68164 58194
3 75 37361 26625 36000 37715 73361 64340
3 8 40207 30507 38400 40243 78607 70750
3 85 43091 34653 40800 42771 83891 77424
3 9 46422 39063 43200 45299 89622 84363

Table 4.2: Total reinforcement volume, comparison for beams with varying opening sizes

Reinforcement volumelD © m?3]
Opening dimensions [m]| Main rein. Distr. rein. Tot. reinf. vol.
STM SPM | STM SPM | STM SPM
05 05 7571 6795| 18800 21756 26371 28551
0:75 075 7507 6966 | 18300 22494 25807 29461
1 1 7320 7381| 17600 23211 24920 30592
1:25 1:25 7590 8176| 16700 23912 24290 32088
1.5 15 12353 10724 15600 24649 27953 35373

The reinforcement volumes for the different beam geometries varied depending on the
method, STM or SPM, that was used to design the reinforcement layout. How the total
reinforcement volume changed due to varying span lengths and design method is shown
in Figure 4.1. It was observed that the reinforcement volumes of the STM beams were
slightly smaller than those of SPM, up until the point where the span-to-depth ratio forced
the STM layout to change. At this point and onwards, the SPM reinforcement used smal-
ler reinforcement volumes. The two graphs did, however, come closer together as the
span length continued to increase.

How the opening size affected the total reinforcement volume for the different methods
is shown in Figure 4.2. This plot shows that the beams designed with SPM used a larger
amount of reinforcement than the ones with STM. The difference was smaller in the cases
of smaller openings, but it increased as the opening got larger. For the largest opening,
the reinforcement volume of STM increased signi cantly, which made the slope resemble
the SPM curve more.
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Figure 4.1: Total reinforcement volume for beams with varying span-to-depth ratios,
designed with STM and SPM

Figure 4.2: Total reinforcement volume for beams with varying opening sizes, designed
with STM and SPM
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4.1.2 Stresses in reinforcement

The stresses in the main reinforcement were, according to the calculations, assumed to
be 500 MPa which is equal to the yield strength of the steel when the design load was
applied. This means that for this load, all tension ties in the strut-and-tie model would
experiencéb00 MPa( max ) throughout their entire length, since the normal forces in the
ties are constant. However, for the stringer-panel models, this only means that the largest
stress in each stringer w&®0 MPa The linear distributions of the stresses along the
reinforced stringers are illustrated in Figure 4.3 for the cases without an opening, and in
Figure 4.4 for the cases with an opening. These gures only illustrate one example of the
geometry. When the span length or opening size was varied, the different lengths of the
stringers and segments changed, but the distribution stayed the same.

Figure 4.3: The stresses varying linearly in the bottom stringer for a beam without an
opening

Figure 4.4: The stresses varying linearly in the stringers for a beam with an opening
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For the cases with openings in the beams, some parts of the stringer above the opening
experienced compressive stresses, but since other segments of the same stringer exper-
lenced tensile stress, tensile reinforcement was placed at the stringer. The maximum
stresses (max ) for the three different load magnitudes analysed, as well as the occasional
compressive stresses (), are presented in Table 4.3.

Table 4.3: Maximum and negative stresses in the reinforcement of the beams, at different
load steps

O:6Pd 0:8Pd Pq
— [MPa] 300 | 400 | 500
05 05 | -230 | -307 | -383
0:75 0:75| -204 | -272 | -340
1 1 -193 | -257 | -321
1:25 1:25| -190 | -254 | -317
15 15 | -195 | -260 | -325

[MPa]

Dimensions [m

4.1.3 Crack widths

The characteristic crack widths were calculated according to the simpli ed method de-
scribed in subsection 2.1.3. The stresses in the tensile reinforcement along the bottom of
the beam were taken from Table 4.3 for each beam geometry. The reinforcement areas
for the tensile reinforcement are shown in section 3.2. The calculation was done for each
beam under three different magnitudes of the applied point load. The characteristic crack
widths for the beams designed with both STM and SPM for varying span lengths are
shown in Figure 4.5 and for varying opening sizes in Figure 4.6. The exact values of
the characteristic crack widths which are used in the diagrams can also be found in the
Appendix in section D.1. As can be seen, the crack widths decreased with increasing
span-to-depth ratio, while they increased with increasing opening size. When the length
of the beam increased, the crack widths were similar for STM and SPM. For increasing
opening size, SPM tended to generate larger crack widths than STM for all load cases.
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Figure 4.5: Characteristic crack widths for beams with varying span-to-depth ratios, de-
signed with STM and SPM, under different load magnitudes

Figure 4.6: Characteristic crack widths for beams with varying opening sizes, designed
with STM and SPM, under different load magnitudes
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4.1.4 De ections

The deformations were calculated analytically for the stringer-panel models for each de-
gree of freedom (DOF). In this analysis, the mid-span de ection of every beam was in-
vestigated, as well as the de ection above the opening, at the mid-point of the upper edge
of the opening, for the beams with openings. How the de ection was affected by varying
the span length is shown in Figure 4.7, and how the opening size affected the de ection
both at mid-span and above the opening is shown in Figure 4.8 and Figure 4.9 respect-
ively. The results of the de ections used as input for the diagrams can also be found in
the Appendix in section D.2. For the cases of the beams with openings, the value for the
midspan de ection was taken as the DOFs that were the closest to the mid-point of the
span, since in these cases, no DOF is placed exactly at the mid-point due to the layout of
the stringer-panel model.

As observed in Figure 4.7, the de ection increased with increasing span-to-depth ratio.
The same was true for the de ection above the opening that increased with increasing
opening size as found in Figure 4.9. The mid-span de ection under the opening did, on
the other hand, decrease with increasing opening size as shown in Figure 4.8.

Figure 4.7: Midspan de ection for beams with varying span-to-depth ratios, designed
with SPM, under different load magnitudes

CHALMERS Architecture and Civil EngineeringJlaster's Thesis ACEX30 55



4. Results

Figure 4.8: Midspan de ection for beams with varying opening sizes, designed with
SPM, under different load magnitudes

Figure 4.9: Mid de ection above the opening for beams with varying opening sizes,
designed with SPM, under different load magnitudes
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4.2 Results from non-linear FEA

In this section, the results of the different outputs from the non-linear FEA are presented.
This includes results for beams designed with both SPM and STM, as well as all the
different geometries described in section 3.1.

4.2.1 Failure load

The failure load was captured for each beam model. How the failure load was affected
by the varying geometries of the beams designed with STM and SPM, respectively, is
illustrated in Figure 4.10 and 4.11. The values for the different failure loads for the beams
of varying sizes without openings and the results for the beams with varying opening sizes
can also be found in the Appendix in section E.1.

It can be seen in Figure 4.10 that the failure loads for the beams designed with STM and
SPM were similar for span-to-depth ratios below 2, and quite similar afterwards. The
failure load for the more slender beams was higher for SPM than for STM. The slope
of the curves changed for both STM and SPM at the span-to-depth ratio of 2, which
indicates a change in structural behaviour or failure mode. The difference between STM
and SPM was, as shown in Figure 4.11, larger for beams with openings where the STM
beams tended to reach a higher failure load. However, for the beam with the highest area
percentage of the opening, SPM had a higher failure load. For all beams, the failure load
was higher than the design load3300 kN

Figure 4.10: Failure load for beams with varying span-to-depth ratios, designed with
STM and SPM

CHALMERS Architecture and Civil Engineeringylaster's Thesis ACEX30 57



4. Results

Figure 4.11: Failure load for beams with varying opening sizes, designed with STM and
SPM

4.2.2 Stresses in reinforcement

The stresses in the bottom tensile reinforcement at the midpoints of the spans are presen-
ted in Figure 4.12, 4.13, 4.14, and 4.15, as a function of the magnitude of the applied
load. At this point, the maximum stress for the tensile reinforcement was found. The
different plots are divided between STM and SPM, and between beams with and without
openings. These load-stress curves illustrate the stress at the given point in the reinforce-
ment in the normal direction, up to the ultimate applied load. As can be seen for both
STM and SPM, the yield stress was only reached for beams with a shorter span length,
which were also the beams with the highest failure load. Beams longedthanfailed

before the tensile reinforcement yielded. This indicates a change in structural behaviour
and possibly failure mode, since the tension reinforcement is not fully utilised at failure
for the longer spans. For the beams with openings, reinforcement of the two beams with
the largest openings did not yield at the mid-point of the tensile reinforcement along the
bottom. These beams were also failing at a smaller load.
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Figure 4.12: Load-stress curve for the midpoint of the tensile reinforcement for beams
with varying span-to-depth ratios, designed with STM

Figure 4.13: Load-stress curve for the midpoint of the tensile reinforcement for beams
with varying span-to-depth ratios, designed with SPM
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Figure 4.14: Load-stress curve for the midpoint of the tensile reinforcement for beams
with varying opening sizes, designed with STM

Figure 4.15: Load-stress curve for the midpoint of the tensile reinforcement for beams
with varying opening sizes, designed with SPM

4.2.3 Crack pattern

The crack patterns for some beams with varying span lengths designed with STM are
shown in Figure 4.16 and for some beams designed with SPM in Figure 4.17. The beams
displayed are the smallest beaBnf 3 m), the largest beanB(m 9 m) and the mid-

range beam3dm 6 m). The crack pattern was illustrated for the lo2d90 kN 3000 kN

and 3500kN from left to right on each row of the gures. However, for both STM
and SPM, the ultimate load for the largest span widths did not r8&60 kN which

is why the crack patterns at their ultimate loads are presented instead. As described in
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subsection 3.3.2, no cracks belaw = 0:11875mm were visualised, and cracks of

1 mm were the upper limit of the colour bar in the gures. It can be observed that the
crack patterns were similar between the beams designed with STM and SPM, especially
forthe beamoBm 6m. Forthe3m 3 mm beam, SPM gave larger crack widths for

all load steps, while forthBm 9 mm beam, STM gave larger crack widths. The colour
scale is shown at the bottom of each gure and is valid for all beams and stages within the

gure.

(@ 3m
2400 kN

d) 3m
2400 kN

(9 3m
2400 kN

3m beam at

6m beam at

9m beam at

(b) 3m
3000 kN

(e) 3m
3000kN

(h) 3m
3000 kN

3m beam at

6m beam at

9m beam at

(c) 3m 3m beam at
3500kN

M 3m 6m beam at
3500 kN

(i 3m 9m beam at
3343 KN(Py)

Figure 4.16: Crack pattern propagation for three beams with varying span-to-depth ratios,

designed with STM, at increasing levels of applied load
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(@ 3m 3m beam at (b) 3m 3m beam at (c) 3m 3m beam at
2400 kN 3000 kN 3500 kN

(d) 3m 6m beam at (e) 3m 6m beam at (f) 3m 6m beam at
2400 kN 3000kN 3500kN

(@ 3m 9m beam at (h) 3m 9m beam at () 3m 9m beam at
2400 kN 3000 kN 3345 KN(Pyit)

Figure 4.17: Crack pattern propagation for three beams with varying span-to-depth ratios,
designed with SPM, at increasing levels of applied load

The crack patterns for the beams with openings are shown in Figure 4.18 and 4.19, where
the beams with the largest, smallest, and mid-range size of the opening are shown for both
STM and SPM. As for the beams with varying span length, not all beams with openings
needed to be shown, since they behaved similarly in-between the shown gures. The
same ranges were used for the crack pattern plots as for the varying span lengths for
the same reasons as mentioned above. For the beams with openings, it was harder to
distinguish which design, STM or SPM, resulted in more cracks. For the beam with the
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largest opening, STM showed some tendencies of more cracks below the opening than
SPM did.

@ 0:5m 0:5mopening (b) 0:5m 0:5mopening (c)0:5m 0:5m opening
at2400 kN at3000 kN at 3500 kN

(d1Im 1mopening at (¢)1m 1mopening at (f I1m 1m opening at
2400 kN 3000 kN 3500 kN

(@ 15m L15mopening (h)1:5m L1L:5mopening (i)1:5m 1:5mopening at
at2400 kN at 3000 kN 3500kN

Figure 4.18: Crack pattern propagation for three beams with varying opening sizes, de-
signed with STM, at increasing levels of applied load
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