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Abstract

In this thesis work a semi-empirical model for lithium-ion battery calendar ageing
and cycling ageing behaviour was built based on several ageing factors. For the
calendar ageing, the factors include State of Charge (SOC), temperature and stor-
age time. For the cycling ageing, the factors include Full Equivalent Cycles (FEC),
temperature, Depth of Discharge (DOD), C-rate and middle-SOC. More than six
groups of independent research data and two di Lerknt chemistry of lithium-ion bat-
teries, Lithium Nickel-Manganese-Cobalt Oxide (NMC) are included (NMC111 and
NMC442). The developed ageing model can be used for several di Lerknt type of cells.

The primary tool for data analysis and modelling is Matlab. This thesis in-
vestigates the relations of ageing factors and their influence on the degradation of
batteries in the final model. Then the obtained model was validated and managed
to be fitted for three di[erknt batteries’ ageing data with minor adjustments.

An ageing model was acquired with separated calendar ageing and cycling ageing.
The RMSE of each data sets is from 1.5-1.9 which is considered good to use for
prediction. Besides, the stressed factors of the ageing model have been studied
in order to provide input parameters for the required applications in a BMS. The
research shows that the storage time has an important influence on the calendar
ageing process. The storage temperature is more important than the storage SOC.
Regarding cycling ageing, the FEC plays an important role in the ageing process.
The cycling temperature and the SOC window are more important than the C-rate.

Keywords: lithium-ion battery ageing, semi-empirical model, NMC442, NMC111,
ageing factors
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Introduction

1.1 Background

The structure of the energy demand has changed remarkably since the development
of automobile technology.

In the vehicle industry, electric propulsion is gradually replacing internal com-
bustion engines in the e [orts to reduce carbon emissions and due to the legislative
requirements. According to Jose[l], approximately 250,000 new plug-in cars were
registered around the whole EU only in March 2022, which is a 10% increase com-
pare to the previous year. The market share of plug-in cars in total sales is reaching
22% and will keep growing. An interesting discovery is that the plug-in share is only
driven by Battery electric vehicles (BEVs), since the BEVs grow 47% while hybrids
sales number declined noticeably.

In the current electric vehicle (EV) market, one of the most commonly used
battery types is the lithium-ion battery. The Li-ion battery system provides the
highest energy densities among the rechargeable battery systems currently available.
It makes it the best candidate for electric vehicles. Until 2017, lithium-ion batteries
took 37% of the total batteries market and reached over 120,000 MWh in sales
around the world [2]. Thus, qualifying and quantifying the batteries production
become a significant part for the researchers.

Among all the performances, ageing is one of the most vital parts for manufac-
turers and customers. However, the lifetime cycling tests of batteries are expensive
and time-consuming. At the same time, there are strong demands from the vehicle
industry, who asks for a reasonable estimation of battery cost in both the initial as-
sembling and warranty period. Therefore, building an adequate model to simulate
battery performance and ageing behaviour is essential.

Legislative requirement is also an important reason. More and more countries
or regions are promising carbon neutralization, electrifying the transportation with
energy from clean resources is a crucial part of this great process.

1.2 Previous work

Several methods to describe battery ageing have been developed in the past years,
including using electrochemical models, data-driven models (empirical models), and
semi-empirical models.

Electrochemical models are based on mathematical descriptions of the physical
and chemical processes. This modeling strategy can identify the loss of lithium in-
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1. Introduction

ventory, loss of active materials, loss of electrolytes, etc.. Parameterization is the
most challenging part of this model. Many of the parameters need precise tests with
di erent types of equipment. Lots of assumptions need to be made since it is quite
impossible to simulate what is really happening in each particle in the electrodes.
These assumptions can be very arbitrary. It also requires an accurate description
of all the intrinsic degradation reactions in the cells. There are a few electrochem-
ical models are used now, for example, P2D(Pseudo-two-dimensional) model, and
SPM(single-particle model), but they are mainly used for battery performance in-
stead of ageing process. These models could also bring a huge computation burden
even with all the parameters collected, which made it complex to be integrated into
an industrial application [3].

Data-driven models (empirical models) are more and more widely utilized with
the development of Al technology. It is based on statistics and neural network
theory, using the historical data on battery ageing to build the prediction model for
the remaining capacity. This method can be easily applied in di erent situations.
A considerable amount of input data is needed to build up the model. This method
is also called a "black box" modeling which cannot indicate the in uence of each
ageing parameter [3]. Another issue with this kind of model is that it can be built
only when there are already big amount of data input, which is not suitable for the
beginning of a project. There are only very limited number of cells are tested and
ageing data are not available for all the complex conditions.

The semi-empirical model simulates the ageing process from long-term cell tests,
which usually are characterized as two di erent sections: calendar ageing and cy-
cling ageing [3]. Calendar ageing is mainly evaluated by three factors: storage SOC,
storage temperature, and duration time. While cycling ageing is parameterized by
more factors including energy throughput or FEC, DOD, C-rate, Operation Tem-
perature and mid-SOC. FEC is the Full Equivalent Cycle. DOD is the Depth Of
Discharge, and refers to how much energy is cycled into and out of the battery on
a given cycle. It is expressed as a percentage of the total capacity of the battery.
A battery's C-Rate is de ned by the rate of time in which it takes to charge or
discharge. 1C requires 1 hour, 2C requires 1/2 hours. Mid-SOC is the midpoint of
the cycling SOC window.

A semi-empirical model is developed with both experimental regression and
derivations from the Arrhenius equation. Many classic models were proposed based
on di erent research data sets, such as the Double Exponential Model, polynomial
model, logistic model, or a combination of exponential and linear trend [4].

However, most of the existing semi-empirical models fail to interpret the multiple
parameters in the function or do not have accurate enough results when trying to t
the same model to cells with di erent chemistry. It is crucial to create a universal
model or a de nite methodology to optimize the battery capacity fade for vehicle
applications.

1.3 Purpose

The goal of the thesis is to identify the major factors contributing to the ageing
of lithium-ion cells. Then build an empirical lithium-ion battery ageing model in

4



1. Introduction

simulation software and evaluate the signi cance of di erent ageing factors. Finally,
o er input information to determine strategies that can be implemented to extend
the battery lifetime in BMS of EVs.

The nal model should be established with all stress factors in one formula for
either cycling aging or calendar aging. It should be able to rebuild a proper model for
di erent battery cells or projects. With this model, the manufacturer could easily
predict battery degradation with multiple user behaviors, for example, dierent
climate or driving habits. Or it can be simpli ed and integrated into BMS system
in order to give feedback to drivers to extend the durability of their batteries.

1.4 Research Scope

The general research scope of this thesis work is to study lithium-ion battery ageing
and develop a generic semi-empirical ageing model. The semi-empirical ageing model
should be possible to apply to several di erent Li-ion batteries. In the current BEV
market, nickel-based batteries take the most signi cant amount of share in GWh
(79%) [5]. The most common nickel-based chemistry for BEVs is Lithium nickle
manganese cobalt oxide (NMC). For this project, the focus has been on the NMC
with higher nickle content NMC422 and also NMC111 due to lack of data.

NMC811 and NMC622 batteries are becoming prominent [6], and numerous re-
searches are conducted on them. Their ageing mechanism is, however, di erent
from other NMC batteries due to the high content of nickle [7]. Apart from SEI
growing and Lithium plating, nickel-rich batteries have also been reported other age-
Ing mechanisms, such as electrolyte oxidation(at cathode side)[8]; transition metal
dissolution (from cathode); deposition (at anode side)[9]), release from cathode
side[10]; the surface reconstruction at NMC[11]; and NMC patrticle cracking[12].
Batteries with silicon in the anodes are also excluded since the existence of sili-
con could cause severe accelerating of ageing because of the cracking of the anode
material [13]. Several BEVs are using NMC811 and NMC622 already.

LFP is another type of lithium-ion battery that can provide reasonable expense
from economic and environmental perspectives. Nevertheless, its low energy density
caused by its relatively low average potential, lead to a dilemma between the capacity
and the total mass of vehicles [14]. Its performance under extreme cold weather is
also a concern for the industry [15]. Fewer companies are using it, although Tesla is
one of them, which draws more attention and funding to the technical development.
Among all chemistries, NMC111 and NMC442 with graphite anode are chosen for
the modelling in this research.
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Theory

2.1 Lithium-ion battery

As an energy storage device, batteries allow conversions between chemical energy
and electricity. The main components of lithium-ion batteries are positive electrode
material, current collector, separator, electrolyte, and negative electrode material.
The cathode and anode are connected to the load circuit by electrode tabs. The
processes during charging and discharging are shown in Figure 2.1. The electrolyte
Is usually composed with organic or inorganic solvent and lithium salts.

The mechanism of NMC lithium-ion batteries can be depicted: During the charg-
ing process, electrons are released from the NMC cathode, moving to the graphite
anode through the external circuit. At the same time, lithium ions move from the
cathode to the anode through the electrolyte. Electrons and Lithium ions arrive at
the anode where the charge neutralization happens. The discharging process is the
opposite of the charging process, during which electrons and lithium ions move from
the anode to the cathode through external and internal circuits respectively.[14] [16]

2.2 Ageing Process

When batteries are used, or when stored, some irreversible and unwanted reactions
occur in parallel. It cause the capacity to fade and the impedance to increase,
in worst case scenario, leading to batteries failing thermo-cooling or even reaching
thermal runaway.

The capacity degradation could be de ned as reversible loss and irreversible loss
[17]. It occurs during both storage and cycling [18].

Researches of ageing mainly focus on two aspects: the rst is analyzing the
relations between internal side-reactions and external properties during ageing, the
second is building up the relations between ageing conditions and battery properties
based on the experimental data. Currently, there are many challenges regarding
battery ageing analysis or simulation because of the complex composition of the
batteries and side-reactions interactions. Nevertheless, there is no direct method
to detect or monitor these reactions without destroying the batteries. The external
conditions that cause the ageing processes vary and makes it more di cult to analyze
or quantify battery ageing.

In the past decades, researchers worked on unveiling the mechanisms of side
reactions to build a clearer picture of batteries ageing. Arora [19]described the ageing
mechanism with reaction equations, which introduced the theoretical framework for
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2. Theory

the degradation modelling. Aurbach [20] analyzed the reaction that happens at the
interface between electrodes and electrolyte, and provided essential information for
the SEI growth at anodes.

When lithium ion batteries are charged and discharged for the rst time, a small
amount of polar aprotic solvent in the electrolyte gets some electrons and reacts with
lithium ions to generate an interface Im with a thickness of about 100-120nm, which
is called SEI. SEI is usually formed at the solid-liquid interface between electrode
material and electrolyte.

When the lithium ion battery begins to charge and discharge, the lithium ion is
removed from the active material of the positive electrode, enters the electrolyte,
penetrates the SEI and then enters the electrolyte, and nally is embedded in the lay-
ered gap of the negative carbon material, then lithium ion completes a de-embedding
behavior. Meanwhile, electrons from the positive electrode go along the outer loop,
into the negative carbon material. Redox reactions occur slowly among electrons,
solvent and lithium ions, increasing the thickness of the SEI until electrons cannot
penetrate, forming a blunt layer and inhibiting the continuation of Redox reactions.
Hence the batteries are highly aged.

Lithium plating is also another important part of losing lithium inventory. When
a lithium-ion battery is being charged, the lithium ions are removed from the pos-
itive electrode and embedded in the negative electrode. But under some abnormal
situation, such as the anode doesn't have enough space for lithium embedding, an-
ode embedding resistance is too big, lithium ion taken o too quickly from the
cathode but not in the same amount of lithium can get into the anode. When these
exceptions occur, silver metal lithium is formed, which is called that lithium plating
[21].

Agubra [22] summarized anodes ageing processes including Lithium precipitation,
the SEI growth, loss of the lithium inventory, and loss of the active materials. While
the in uence of each mechanism that caused degradation di ers, the loss of active
lithium-ion inventory is the major factor [23]. Ageing can also be separated into two
sections: calendar ageing and cycling ageing.



2. Theory

Figure 2.1: The electro-chemical reactions in Lithium-ion battery

2.2.1 Calendar Ageing

Many pieces of research indicate that the SEI growth under relatively low temper-
atures is the main reason that causes irreversible capacity loss. Another important
reason is the transition metal in cathodes dissolving or structures changing under
high temperatures and high SOC. Although calendar ageing is a slow process and
it is not easy to be noticed, cars can be used for many years on the road, the
accumulated amount of time could lead to a big degradation result. [24]

2.2.2 Cycling Ageing

During cycling ageing, the capacity is in uenced by the change of electrode volume,
and its change is caused by lithium-ion embedding and escaping. Besides the SEI
growth, the cycling e ect also contributes to the irreversible capacity fade. In gen-
eral, cycling ageing is larger than calendar ageing. Researches show that charge or
discharge current, temperature, and DOD are the major factors that impact the
ageing process.[25]

2.2.3 Modelling Theory

Semi-empirical model refers to the model that trying to describe the established
mathematical model, which needs to be tested by experiments, and the model based
on theory is modi ed by adding experimental data, and its model parameters are
determined. Since the reactions happen inside the battery cells are too complex to
describe, semi-empirical model is a necessary way of simplify it. For the battery
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ageing process, both calendar ageing and cycling ageing contain 3 or more stress
factors even with this modeling method.

10
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Data collection and analysis

In this chapter, the selected data which are used in simulation development, and
the relevant data information will be introduced. Additionally, the methodology of
data selection and data modi cation will be presented.

3.1 Data collection

This thesis work was only using data from open sources. Traction batteries used in
EVs usually have a large capacity, which varies from approximately 16 Ah to 150
Ah or even higher. Therefore, batteries with small capacities such as a battery in
the 18650 will not be considered in this thesis work. All of the data used in the
modelling development come from large NMC commercial cells.

It is commonly known that batteries with di erent chemical constitutions have
di erent ageing mechanisms. NMC 111 is the rst generation of the NMC cathode
material which dominated the market for its high energy density and was popularly
used in EV applications. NMC 532, after the short existence of NMC 442, replaced
NMC 111 and became the most popular cathode material in 2021 [26]. NMC 532
is cheaper and it has a larger capacity. Nevertheless, the data of NMC532 used in
EV are rare and most of them are con dential. Therefore, the data of NMC442 and
NMC111 are utilized in the thesis work. NMC811 is another popular type to be used
in the EV industry. As it is a quite new material, no ageing data could be found in
open source publications and hence could not be included in this work. It is pretty
new and is not as popular to be applied as NMC532, NMC111, and NMC442.

Batteries in which anode electrode components consist of silicon will also be
neglected in the work because with silicon, the ageing process can be accelerated
and its ageing mechanism is quite di erent from the type without silicon.

In summary, the restrictions which were set to select the valid data are listed as
follows:
Commercial cells tested should be with large capacity, mostly around 20 Ah.
The chemical constitutions of the selected cells are determined and are re-
stricted to NMC532, NMC111, NMC442, and NMC622.
The ageing factors must remain constant throughout the whole test process.
Speci cally, in calendar ageing, the duration time of the degradation needs
to be more than a year. The main in uencing factors are SOC, T and days.
In the cycling ageing, the dependency factors are restrained to depth of dis-
charge (DOD), charging C-rate Cgp,), discharging C-rate Cgcn), middle-SOC
(mSOC), full equivalent cycles (FEC), and Temperature (T). Only tests with

11



3. Data collection and analysis

deep DOD are taken into consideration, shallow DOD tests, under 10 percent
SOC window, will be neglected.
The literature referenced are listed in Table 3.1.

3.2 Data Analysis and Evaluation

Due to some test condition limitations, the test results may contain some errors. The
raw data was acquired via a software named 'GetData' and was extracted by deleting
some obviously unreasonable lines. In the following part, the data information and
the changed contents will be introduced.

3.2.1 Calendar Tests

The calendar model developed is based on data from three di erent projects. The
data mainly focus on the relationship between storage conditions and the capacity
degradation of the cell.

The rst project is Battery 2020 [27], where the ageing tests were performed
at static conditions. The cells used in the tests are NMC422 cathode-based pouch
cells with graphite anodes. They have a Nominal capacity of 20 Ah, and they
are commercial cells for EV. The nominal characteristics of the cell are listed in
Table 3.2. 30 cells were tested under 10 di erent conditions and the longest storage
duration is approximately 600 days. Parts of the raw data were extracted from the
literature. Some parts were neglected in the thesis. For example, when the test was
conducted under the condition of 35 degree Celsius and 20 percent SOC value, the
data in the literature show that the ageing process only lasted less than 100 days
and there were few data being recorded. So those test results were Itered. The
experimental matrix is presented in Table 3.3.

Finally, the data used to develop the ageing model in this Thesis are presented
in Figure 3.1.

The second project is Mat4Bat [29]. This project tests two dierent kinds
of cells. One selection is the Kokam battery with its Li-ion cells reference of
'SLPB78205130H:" Its electrical characteristics are specied in Table 3.4. In the
literature, the cell's exact chemical composition is not speci ed. However, since the
project was conducted at an early age (the end of 2013), and at that time, it is
assumed that new types of batteries, such as NMC 811 or Nickle-rich cathode mate-
rial, have not come out, the data from the projected were selected for the following
modelling development. Also, the cells tested in the project were EV commercial
cells with large capacity, therefore, the data meet the selection requirements men-
tioned previously. The cells' ageing trend data were only extracted ranging from
100 percent to 80 percent in State of Health (SOH) from the open source data. The
tests' longest storage duration is approximately 800 days. When the testing condi-
tion is under 5 degree celsius in temperature and 100 percent in SOC, the testing
results seem unreasonable. Because in the gure, it shows that its State of Health
(SOH) tends to increase when the time passed, which is unreasonable. Therefore,
this trend was deleted from the extracted data. The nal tests matrix in the thesis

12
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3. Data collection and analysis

Table 3.2: Battery 2020 cell Electrical characteristics

Electrical characteristics
Nominal voltage [V] 3.65
Nominal capacity [Ah] 20
AC impedance (1 kHz) [mOhm] <3
Speci ¢ energy [Wh kg-1] 174
Energy density [Wh L-1] 370

Table 3.3: Calendar ageing tests matrix

Temperature SOC
100 80 65 50 35 20
25 C 2 2
35 C 3 3 3 3 3
45 C 3 3

is presented in Table 3.5. And the data used to develop the model can be found in
the Appendix.

Table 3.4: Mat4Bat cell Electrical characteristics

Electrical characteristics
Chemistry NMC / Graphite
Nominal capacity 16Ah
Measured capacity at C/2-C/2, 25C 16.2Ah +/- 0.1Ah
Measured resistance at SOC=0.5 26 0.8 +/-0.02m
Nominal speci c energy 148Wh/kg
Measured speci c energy 150.1Wh/kg 281.3Wh/L

Another type of cell tested in this project is the lab cell. They are arti cial cells
and are generated according to the relevant parameter of Kokam cells. However, it
shows unstable ageing characteristics, so the relevant data were also been neglected
in this thesis.

The third database used is from the literature 'Quantitative validation of calendar
ageing models for lithium-ion batteries' [30], written by S L. Hahn, et al. The
cell used for the ageing experiment was the HEAS50 pouch cell by Litec Battery
GmbH with a nominal capacity of 50.8 Ah. And it can be mentioned that these
cells were commercially tted in the EV Smart Electric Drive by Daimler. The
cells' cathode active material is de ned ad.iyNi-3Mn;-3C0,-30, (NMC111) and
its anode composition is graphite l(i yCg). The cells' electrical characteristics are
shown in Table 3.6. The calendar ageing tests were performed at di erent ageing
conditions. Only one test was performed. The storage duration is approximately 280
days. The cells' ageing trend data were only extracted ranging from 100 per cent to
80 per cent State of Health (SOH) from the open source data. Apart from that, the
conditions under the SOC value of 100 and under the SOC value of O per cent will
not be taken into consideration, due to that under the highest SOC and lowest SOC,

14



3. Data collection and analysis

Figure 3.1: Calendar ageing data in battery2020 project. (a)Temperature = 2%&;
(b)Temperature = 35 C; (c)Temperature = 45 C

the developed model's performance is not in line with reality. The predicted results
showed unreasonable trends. Therefore, the used data extracted from the literature
database is limited to the range from 15 per cent to 95 per cent. Its experimental
matrix can be found in Table 3.7. Testing data under the temperature condition
of 50 degree were presented in Figure 3.2. Other testing data can be found in the
Appendix.
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3. Data collection and analysis

Table 3.5: Calendar ageing tests matrix

Temperature Soc

100 90 50

5C 1 1 1

25 C 1 2 1

45 C 2 2 1

60 C - 2 2

Table 3.6: Electrical characteristics
Electrical characteristics
Chemistry NMC111 / Graphite
Nominal capacity 50.8 Ah

Operating Window 30V 42V

3.2.2 Cycling Tests

Cycling ageing is a ected by several factors. This thesis will mainly look into the
relevant e ective in uence on the battery ageing process and its in uenced factors:
FEC, T, DOD, mid-SOC, and C-rate. The data collected from the literature will
mainly focus on the relationship between the battery SOH and FEC.

Apart from the calendar ageing tests, in the project Battery 2020 [31], cycling
tests are also been conducted. The cells are of the same type as the ones used in
the calendar ageing tests. They are large commercial cells with a capacity of 20
Ah. The testing pouch cells have NMC422 cathodes and graphite anodes. The cells'
electrical characteristics are presented in Table3.2. In the cycling ageing tests, a
total of 124 cells were cycled under di erent conditions. Several di erent in uential
factors are investigated, including operating temperature, DOD, mSOC, and the
charging and discharging C-rate. The testing results can be accurate since under
each condition, several tests were conducted, and there were more than one thousand
points recorded. Therefore, it is easy to Iter some trends which are not in line with
the other trends for the same condition. The testing matrix of this thesis is speci ed
in Table 3.8. The cells were characterised every 4000 Ah (100 FECs), and under each
testing condition, at least 3 cells were tested. The data presented in the literature
have already been processed and the data used in the thesis can be found in the
Appendix.

The second data used for the cycling model development are extracted from
project Mat4Bat. The cells' information is introduced in the previous parts and
can be found in Table 3.4. The testing matrix is presented in Table 3.9. Some of
the tests have reached around 6000 cycles under certain conditions. The raw data
certainly exist some errors. For example, the trends seem unreasonable when the
testing temperature is 5 degree. The trend will not decline after around 500 FECs,
and after several cycles, the battery SOH even increases. Another unreasonable
part is that the trend will go straight down after the battery SOH reaches a value of
around 80 percent. Itis assumed that the cell electrolyte was the breakdown reason.
Therefore, the parts where the value of SOH was below 80 percent were neglected.
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3. Data collection and analysis

Table 3.7: Calendar ageing tests matrix

Temperature SOC
40 C 85
425 C 85
45 C 85
475 C 85
50 C 15 22 30 40 55 70 85 90 95
525 C 85
55 C 55 85
60 C 85

Except for those reasons, some other trends which do not t the ageing general law
were deleted from the used database. The raw data can be found in the Appendix.

The third data used for the cycling model development are extracted from the
generation cell's raw data in the project Mat4Bat. The cells were generated by the
project lab itself based on the data of the Kokam cells. It mentioned that the lab
focused on the battery electrolyte, so in this thesis, it is assumed that the anode
and cathode components are almost the same as the Kokam cells. However, most
of the trends seem not reasonable. Many of the trends lack a smooth characteristic
and suddenly go down after some cycles. Only a few promising trends were saved
for the modelling veri cation use. The preserved trends are presented in Table 3.10
and the rest of the reserved gure can be found in the Appendix.

17



- - - - - - € - - - 0¢
- - - - - - T - - - 99
- - - - - - e - - - 08 ot
- - - - - - € - - - 0¢
- - - - - - - - - - Ge
€ - - - - - 9 - - € 0S
- - - - - - € - - - 99
€ - - - - - 9 - - - 08 0¢
€ - - - - - Z - - - (0] Ge
- - - - - - Z - - - Ge
€ - - - - - g - - € 0S
- - - - - - € - - - 99 0S
14 - - - - - € - - € 0S 99
14 Z € 9 € € g 14 € 9 (0] 08
€ - - - - - Z - - € 0S 00T
J0S-PIN  aod
(ebureyosip - abreyd)
JT-€/0 2¢-0¢ 2JT1-0¢ OJT-0T OJT-¢/0 2¢-€/0 JT-€/O €/0-€/0 JT-O0T OJT-€/0 [oleres-o
J Sv 0 S€ D G¢ alneladwa]

3. Data collection and analysis

Xlyew s1sa) Buiabe BulpoAD 0zoz Aleneg :8°'S a|qel

18



3. Data collection and analysis

z - - Z - - - - - - 0S 00T
T - [ [ - - - - - - ov 08

Z 2 - Z [ T T - - - 0s 08

1 - Z T - - - - - - 09 08
JO0S-PIN  Aod
(ebureyosip - abreyd)

2€-0¢ OT-0¢ 02¢-0¢ OJ1-0¢ OJ1-01 JT-0¢€ 2JT1-0¢ OT-0T JT-0¢€ 2JT1-0¢ OT-0T1 [S]eres-d
D &v D &¢ 26 ainjesadwa]

Xlrew s1sa) buiabe BullpAD wexoy regyieN :6°S 9lgel

19



3. Data collection and analysis

- - . - 0S 00T

- - - . 04 08
[ [4 T [4 0S 08
- - - : 09 08

J1-0€ 0OT1-0¢ OJOT1-071
OI1%

J1-0€ OT-0¢
O JRT4

JO0S-PIN - AOd

OT-0T  OT-08 OT1-07 OT-OT \POMRWSIP - abieyd)
[Dleres-0

26 alnjeladwa)

Xlyew s1sa) buiabe BuljpoAD Tuao regyieN 0TS 9|geL

20



3. Data collection and analysis

Figure 3.2: Calendar ageing data of LBG cells when the testing temperature is 50
degree
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3. Data collection and analysis
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4

Method

4.1 Method Description

In this work, the main purpose is to model battery degradation. The term SOH is
used. SOH is de ned as a percentage of the current capacity compared to the original
capacity. Most of the researchers conducted experiments for calendar ageing and
cycling ageing separately. There is an important assumption the degradation from
storage and cycling can be added directly without considering their interactions.
There are a few projects trying to reveal the connections between these two ageings,
while the experimental set-ups are not enough to achieve any precise conclusion
about the interaction mechanisms. Although many creative analyses or assumptions
are made, it is still not feasible to predict the interactions. In this thesis work, SOH

is de ned as:

SOH =100 SOHu:alendar SOHcycling (%) (4'1)

SOHecalendar @nd  SOHcyciing Will be evaluated independently with the follow-
ing factors:

SOHcalendar = func (Socstorage; Tstorage ; time) (%) (4'2)

SOHcycling = func (F EC; Tcycling ; DOD; Cch; Cdch; mSOC) (%) (43)

4.2 Modelling Method

The semi-empirical model is a mixture of data-based model and electro-chemical
model. There is a function used to describe the ageing behavior corresponding to
multiple stress factors. It will be discussed in the Method chapter to decide which
factors that should be included in the model.

Matlab is the main tool used in this work. The "least square regression” method
Is utilized. It can help to achieve the curve for an existing data set with the best t,
which means the sum of the square of residuals is minimum. Residual represents
the di erence between results obtained by observation and by computation model.
It is widely applied in many elds in data analysis for both linear and non-linear t.

The iterative method is used in the cycling ageing modelling. For model vali-
dation, each data set's Root-mean-square deviation (RMSE) was evaluated. It is
a standard parameter to describe the accuracy of a model compared to the experi-
mental data set.
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4. Method

4.3 Linear Model

On the rst attempt, the linear model was taken into consideration, since the func-
tion could be clearly de ned with a second or even higher order of each factor. The
data sets from Battery2020 project[27] showed that the degradation curve has linear
behavior to some extent which can be seen in Figure 4.1.

Figure 4.1: Calendar ageing data in battery2020 project.(a)Temperature = 2%;
(b)Temperature = 35 C; (c)Temperature = 45 C

On the other hand, the weightage of all the parameters is also easy to be evaluated.
Take calendar ageing for example, (4.2) can be speci ed as:
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4. Method

SOHcaendar = 100 SOHcalendar (%)
= b (01SOCstorage + D2 Tstorage + batime + biSOCage
+ 5T orage + botime? + 5,SOCiorage Tstorage
+ S OCsioragetime + By Tsioragetime) (%)

(4.4)

First-order and Second-order terms are used for every single factor. Interactions
between every two factors are included as well to achieve higher accuragy. b,...,
by are the coe cients for all the monomials, by is the interception. Battery2020
project data set was tested rst. The regression results are shown in Chapter 5:
Result.

4.4 Non-linear Model

Linear models are rarely used in the current research, but it is still a reasonable
attempt to see the outcome of di erent methods. To achieve a more accurate sim-
ulation, non-linear models were developed for battery degradation. The modelling
process is explained in the following gure.
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4. Method

Figure 4.2: The process for Non-linear model

The rst step is collecting data from existing research and projects which has
NMC111, NMC442 as battery chemistry. Large-capacity commercial cells are pre-
ferred because they are similar to industrial use and more stable when trying to
duplicate tests. For some ageing factors, there are not enough data sets, then a few
smaller cells are included.

The second step is clustering the data into di erent groups regarding the ageing
factors that they are focusing on. For example, when considering the factor:

T emperaturesirage , the other factors@OCsiorage and time) should remain the same
value.

After clustering the data sets, the analysis for each ageing factor started one by
one, in accordance with the following procedures. Step 3 is making an initial guess
for each factor that how it can be expressed in a certain form(or equation), then
trying to t the clustered data into this form. The initial guess usually comes from
research or simpli ed theories. If this form has a good t, integrate it into the nal
model, and move to the next factor; if it is a bad t, go back to the initial guess
step and try with other possible types of equations until a good fresearchhed.

The fourth step is integrating each equalLarge-capacityfactor into one full model.
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4. Method

The nal step which follows, regression, is achieved by using Matlab or iterative
methods in order to gain the best coe cieares with the best t. RMSE is the
parameters used to evaluate the t of the model. If RMSE is smaller than 2%(out
of 100%), the model is acceptable. This is an arbitrary threshold.

v
RMsE = 1 O )2 ny)2

i=1

(4.5)

4.4.1 Calendar ageing

Calendar ageing has three important stress factors, degradation time(Days), storage
SOC and storage temperature. According to previous researches, the loss of capacity
over time was commonly described with Days i.e. [32] [33]. In order to make the
equation more adjustable, the exponential form of Days is kept.

On the other hand, no linear trend is in the ageing process observed regarding
SOC. Exponential expression of SOC was suggested by previous researches [34],
which is similar to the storage time. It could also keep a uni ed form of the integrated
equation.

Temperature is another signi cant factor. Since both the two ageing processes
(lithium plating and SEI growing) are related to chemical reactions, it is reasonable
to believe storage temperature will in uence ageing speed as it does in most of the
reactions. The degradation process should follow Arrhenius's behavior as shown in
4.8 [35],k is the reaction rate constant,A is the pre-exponential factor,Ea is the
activation reaction energy, andr is the gas constant.k indicates how fast the reac-
tion would be conducted, thus how fast the battery would age. This form of ageing
model (about the temperature parameter) is also widely found in many modelling
works. Although using a reference temperature to integrate into the ageing func-
tion is a common method, see (4.9), the regression result was not satisfying in the
selected data sets. So (4.10) was kept for modelling.

SOHsgoc =100 b SOC™ (4.6)
SOHpays = 100 b Days™ (4.7)
k= Aerrn (4.8)
Ea
eR(T Trer) (4.9)
SOH =100 b essmrezm (4.10)
SOH caendar = 100  b1SOCY2DaysBessmtsm (4.11)

As described before, after regressing all the equations for each single factor, mul-
tiple sets of coe cients are found. However, the coe cients from these regressions
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4. Method

are not able to be used directly, since they have di erent b* values. By integrating
all the equations together, the nal equation, (4.11) was obtained. With this whole
calendar ageing model, the whole data sets could be applied into regression to get
a completed result.

4.4.2 Cycling ageing

As discussed in the Theory chapter, compared to calendar ageing, the mechanisms
of cycling ageing is more complicated and caused by more factors.

Energy throughput is the most in uential one among them all[36], which could
also be described as FEC. Since the battery capacity will decrease while cycling, 1
FEC is de ned as 1 cycle's energy throughput at the beginning of life, and it will
remain the same in the rest of the tests. According to literature study, FEC doesn't
show a linear behavior, it could be assumed to have an exponential format as (4.12).
It is an interesting observation that some battery cells' ageing accelerate while the
driving cycles/FECs are increasing, and some decelerate. The coe ciek could
be over 1 or below 1 accordingly based on the performance of di erent cells.

In this thesis work, the concept of DOD is slightly di erent. It is de ned as the
size of the cycling window in between two SOC level. To describe this SOC window,
two separate factors are utilized: DOD is the range of the SOC window; mid-SOC
Is the locator: the middle point of the SOC window.

The reason that DOD should be included in the ageing model came from many
tests and practices. It was clearly shown that DOD factor couldn't be simulated in
linear functions. Two di erent functions were tried to express DOD factor: (4.13)
and (4.14). Both of these two worked in the model, but to unify the format of the
nal whole equation, (4.13) is kept.

On the other hand, mid-SOC as a locator is more di cult to integrate into the
ageing model. According to [37], mid-SOC can be expressed as (4.17). It was found
feasible in this model. In (4.17)mSOC. is a reference middle SOC value, which
could vary for di erent cells. it could be considered as another parameter, but to
lower the dimensions of nal model, the best way to acquire this value is manual
tting while the other coe cients are already xed.

There are still many assumptions about how the driving cycles are impacting
the capacity degradation. Some researchers believe the cycling process could be
considered as an accelerated storage ageing process. Thus temperature, as usual, is
another factor that can't be neglected in the ageing side reactions,

SOHgec =100 bFEC™ (4.12)
SOHpop =100 b &=PoP (4.13)
SOHpop =100 bDOD™ (4.14)

SOHc, =100 b eXCe (4.15)
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— be(: L)
SOH: =100 be ref (4.16)

mSOC

Himi =1 1 b7 1 MSOC
SOHmia soc =100 b [l b/MSOC( MSOCo )] (4.17)

11y, .\ .
SOHyciing =100  ble DT g )t PIDOD +DACen * B5Caeh - = ~ b6

mSOC (4.18)

[1 b/mSOC(1 )]

MSOCes

4.4.3 Modelling validation

The developed model needs to be validated to con rm its validity. Around fteen
percent of the testing points were extracted from the initial training data. Then,
the model was parameterized with the rest of the data points. After the regression,
the fteen percent data was fed into the regressed model in order to see if the model
is able to predict these data. The predicted values were compared with the actual
tested values. If the RMSE value is small enough(below 2% out of 100%), the model
is considered acceptable.

According to the above described method, for the calendar ageing model, it is
shown that the the RMSE of the model, which was developed from the rest of the
data, is 0.4489%. The RMSE value of the model which was developed from the
extracted data is 1.32%. For the cycling ageing model, it shows that the RMSE
of the model which was developed from the rest of the data is 1.50%. The RMSE
value of the model which was developed from the extracted data is 1.51%. The
RMSE value mentioned above can ow variably because the fteen percent of the
data were extracted randomly. Since the RMSE values are below 2%, the model
works properly.
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Result

5.1 Calendar model development

5.1.1 linear model

Only Batter2020 Data set(calendar aging part) was tested with this method. The
regression results are shown in Table 5.1.
Which gives a nal calendar ageing function as:

SOHcalendar = 100 SOHcalendar (%)
= bio (blsocstorage + szstorage+
by SOCage
b5 Tdorage + botime?
7S O Cstorage Tstorage
eSO Cstoragetime by Tsorage time )(%)

(5.1)

This linear model gave an R-square of 0.86%)and an RMSE of 0.787% out
of 100%, which are both in an acceptable range. While the gure regarding the
experimental value and the predicted value from this model raised some controversy
as shown in Figure 5.1.
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Table 5.1: The coe cients of linear model(Battery 2020 project data set: calendar
ageing)

Coe cient Value
bl 0.3114
b2 1.0063
b3 0.0443
b4 -0.0009264
b5 -0.009456
b6 6.6599e-6
b7 -0.004878
b8 -0.0003487
b9 -0.0008813
b10 72.0400

Figure 5.1: Linear model(Battery 2020 project data set: calendar ageing)

It is clearly shown in the gure that the predicted values couldn't simulate the
ageing behavior with an accelerated speed. The batteries are mildly degrading
at a stable pace. It caused some outliers in the BOL which are higher than 100%
capacity. And this simulated degradation process abnormally slows down after long-
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5. Result

time storage. According to the reasons above, although the RMSE and R-square
values are decent, the linear model was excluded from the calendar ageing simulation.
Since the cycling ageing process has less linear behavior while more factors, the linear
model is even more impossible to be applied in cycling ageing.

5.1.2 non-linear model

With the method introduced in the last chapter, the nal predicted ageing model
was developed in (5.2). Each parameter, from bl to b4, is di erent in each case.
The parameters are given for each case in Table 5.2.

From the table, it can be noticed that with di erent types of battery data applied,
the parameters change as well in the model. In uential factors, including the storage
time, the storage temperature, and the storage SOC, are involved. The value of the
RMSE indicates the modelling predicted errors. From the results, the values are
no more than 2%, and the authors of this article considered that this deviation is
acceptable for the prediction results. The model can be used to predict battery
ageing trends, and this will be detailed in the following section.

SOHcaengar = 100 by SOC™ Days™ esam T (5.2)

Table 5.2: The comparison of each parameter in the Developed calendar model

Coe cient bl b2 b3 b4 RMSE
Battery2020 35 10° | 356 | 1.29 | 1:13 10° | 0.45
Mat4Bat 236 10° | 1.02 | 0.74 | 558 10* | 0.449
S. L. Hahn, etal.| 2222 10° | 0.296| 0.625| 449 10| 1.33

5.1.3 Modelling Performance

Three cases are involved in the analysis of the calendar ageing prediction perfor-
mance. They are the project battery 2020, the project Mat4Bat and LBG battery
cells tests. The modelling performances are presented in Figure 5.2, Figure 5.3,
and Figure 5.4. Since the database is too large to present here, only selected parts
are speci ed per case. The complete compilation of the data for the cases and the
model performance can be found in the Appendix. The colored lines refer to the
experimental data, while the black dashed lines refer to the predicted value. From
the gures, two types of lines t well in general, no big deviations or o sets are
observed from these gures. This means that the model has a good performance.
Among all, the case battery 2020 shows the best performance, and the RMSE value
also shows merely slight error exists.

The modelling performance of the cells in the project Mat4Bat is acceptable
as well, though it is not as good as the performance of the cells in project 2020.
Furthermore, it is found that the prediction value may exist larger errors if the
storage temperature is higher. Also, one should avoid to predict the battery ageing
trend in a high SOC level. The actual state of health of the lithium-ion battery can
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drop quicker than the prediction value for a high SOC condition, however, not as
quick as the prediction for high storage temperature.

The modelling performance of the LBG battery cells is acceptable, though its
performance is not better than the previous two cases generally. There are large
discrepancies in this case, are seen in the gure 5.4. The LBG battery cells are
NMC 111 lithium-ion battery cells, so the ageing process may be dierent from
that of the NMC 442. Also, it can be seen from the gure that when the testing
temperature is high, the actual ageing process is quicker than the predicted one.

Figure 5.2: Calendar Modelling performance in project battery2020
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Figure 5.3: Calendar Modelling performance in project Mat4Bat

Figure 5.4: Calendar Modelling performance of the LBG battery
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5.1.4 Ageing factor signi cance comparison

The signi cance of the stressed factors is evaluated from the equation form, the
equation parameters (from bl to b7) and the modelling performance, etc. The
storage time plays an important role on the ageing process. Compared with the
storage SOC, the storage temperature has more in uence on the battery ageing.
The evaluation results are presented in Table 5.3.

In Figure 5.5, one can nd the SOH value of the tested battery after one year
under di erent SOC levels when the testing temperature is 25 degree. Also, one can
nd the remaining SOH after one year storage under di erent storage temperature
levels in the appendix. From the gure, it can be found out that the higher the
storage SOC level, the more the batteries degrade. Also, it is good to store the
battery in a place in low temperature. After 25 degree, the SOH of the battery may
drop dramatically.

Table 5.3: The signi cance of each factor for calendar ageing

Stressed factors | Signi cance
Storage time (Days) ++++
Storage Temperature +++

Storage SOC ++
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Figure 5.5: State of Health (SOH) after storageing 1 year under di erent SOC

37



5. Result

5.2 Cycling model development

With the method introduced in the last chapter, the nal predicted ageing model
was developed in (5.3). Each parameter, from bl to b7, is given in Table 5.4.

From Table 5.4, it can be noticed that with di erent types of battery data ap-
plied, the parameters change as well in the model. In uential factors, including
temperature, FEC, DOD, Mid-SOC, charging rate and discharging rate, are in-
volved. However, as to the tests of the Kokam cells and the generated cells, the
discharging rate were not considered as an in uencial factor. Therefore, b5 cannot
be speci ed in those cases. The value of RMSE indicates the modelling predicted
errors. From the results, the values are no more than 2, which means that the re-
sults are acceptable for the prediction results. The model can be used to predict the
battery ageing trends, which will be describe more in details in the following.

b (+ ﬁﬁ b3DOD + b4 Cch +b5Coch |

mSOC (5.3)
MS O Cres )

SOHeyaing =100  byé
FEC™[1 bmSOC(1

Table 5.4: The comparison of each parameter in the Developed cycling model

Coe cient bl b2 b3 b4 b5 b6 b7 RMSE

Battery 2020 | 0.006 | 6800 | 0.0242| 0.155 | 0.139| 0.907 | 0.0215, 15
Genl 0.1574| 0.9807| 0.0054| 0.5205| - 0.3514| 0.1137| 1.487
Kokam 0.0223| 2400 | 0.037 | 0.0651| - 0.8055| 0.042 | 1.41

5.2.1 Modelling Performance

The modelling performances are presented in Figure 5.6, Figure 5.7, and Figure 5.8.
Since the database is too large to present here, only selected parts are speci ed per
case. The red lines refer to the experimental data, while the black dash lines refer
to the predicted value. From the gures, two types of lines t well in general. For
the battery 2020, more than one thousand points were extracted from the raw data,
and the RMSE value also shows that only slight error exists.

The modelling performance of the generated cells is acceptable as well, though is
not as good as the performance of the cells in project Battery 2020. What is more, it
Is found that the prediction value may have larger errors if the testing temperature
is higher. The actual state of health of the lithium-ion battery can drop quicker
than the prediction value.

The modelling performance of the Kokam cells is acceptable, though its perfor-
mance is not better than that of the generated cells generally. This is because the
number of tests for the Kokam cells are higher than the tests of the generated cells.
It can be seen from the gure that when the testing temperature is high, the actual
ageing process is quicker than the predicted one. If the charging rate is high, the
ageing process can be too quick to trace its ageing process.
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Figure 5.6: Cycling Modelling performance in project battery 2020
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Figure 5.7: Cycling Modelling performance of the Generated cells in project
Mat4Bat

Figure 5.8:. Cycling Modelling performance of the Kokam cells in project Mat4Bat
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5.2.2 Ageing factor signi cance comparison

The signi cance of the stressed factors is evaluated from the equation form, the
equation parameters (from bl to b7) and the modelling performance, etc. The FECs
plays an important role in the ageing process. It is an interesting observation that
some battery cells' ageing accelerate while the driving cycles/FECs are increasing,
and some decelerate. The more the battery is cycled, the more it ages. Compared
with the C-rate, the cycling temperature and the SOC-window also have a huge
in uence on the battery ageing. The evaluation results are presented in Table 5.5.

In Figure 5.9, one can nd the SOH value after 1000 cycles under di erent SOC-
windows when the testing temperature is 25 degree. The rst four SOC-window
group, whose DOD values are all 20 percent, show high SOH after numerous cycles.
The second three SOC-window group, whose DOD values are 50 percent, ranks the
second. When the DOD value is 100 percent, the SOH shows the lowest. It also
veri es the signi cance of the SOC-window, which cannot be ignored when it comes
to the battery ageing process.

Table 5.5: The signi cance of each factor

Stressed factors Signi cance
Full Equivalent Cycles (FEC) | +++++
Cycling Temperature ++++
SOC-window ++++
C-rate (charge) +++
C-rate (discharge) ++

Figure 5.9: State of Health (SOH) after 1000 cycles under di erent SOC-window
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5.3 Degradation functions

The degradation functions of all the researched projects throughout the thesis are
listed in Table 5.6.
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6

Conclusion and Future Work

6.1 Conclusion

In this thesis, the latest lithium-ion battery ageing data, including the calendar
ageing data and cycling ageing data, were collected, ltered, classi ed, and analyzed.
A prediction ageing model was developed and can be used to predict the ageing trend
of a certain type of lithium-ion battery. The researched types are listed in Table 5.6
as a quick look.

During the process of the literature study, di erent major factors contributing
to the ageing of lithium-ion cells were identi ed. As to the calendar ageing, they
are the SOC, the storage temperature and the storage time. As to the cycling
ageing, they are the cycling temperature, the SOC-window, the charging rate and
the FECs. In the thesis, two factors, the DOD and the mid-SOC, are used to identify
the SOC-window.

The battery ageing model was developed by using the semi-empirical method.
The model was developed based on the open-source data. After the initial data was
utilized, the model was trained and got a general prediction equation, which can be
used to predict the trend of the battery ageing. After the modelling development,
the model was also validated. The modelling performance was evaluated, and each
stressed factors were established.

It is found that di erent ageing factors weigh di erently. As to the calendar
ageing process, storage time has the most in uence on the reduction of the battery
SOH. The storage temperature weighs more than the storage SOC. As to the cycling
ageing process, the FECs weighs the most. Then the factors cycling temperature
and the SOC-window rank the second. C-rate, including the charging rate and the
discharging rate, is also in uential for the ageing process.

Regarding to the EV battery maintenance, it is good to store the battery in a
place with low temperature and with a low SOC level in the batteries. It is also
good to charge daily by using small DOD during driving that can help reduce the
pace of degradation and also to use the regenerated power more e ciently.

The study can be applied when someone has a certain type of battery and wants
to predict the future ageing trend of the battery. The prediction results can be used
for a battery simulation and can be utilized as the battery ageing reference data.
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6.2 Discussion

6.2.1 Sustainability

Energy is the dominant contributor to climate change. With electri cation growing,
the electric drive system is replacing the traditional combustion engine. This project
contributes to the theory and the application of the EV development eld and pushes
forward the access to a ordable, reliable, sustainable, and modern energy.

Pure electric vehicle only uses electricity as its propulsion power. This technol-
ogy improves dramatically the transportation system and leads to building resilient
infrastructure, promote sustainable industrialization and foster innovation. Electric
charging station will take place of the gas station in the future, and transportation
modernization will be in uential to everywhere in our daily life.

6.2.2 Ethics

This thesis is based on experimental data from the open source. It is crucial to
claim the source and its authors, and cite it correctly. A tool named 'GetData'
was used to gain the trending gure. This meets the demand in the IEEE code of
Ethics 'to seek, accept, and o er honest criticism of technical work, to acknowledge
and correct errors, to be honest and realistic in stating claims or estimates based on
available data, and to credit properly the contributions of others'.

The thesis was completed with the help of CEVT. After the thesis is nished,
one copy should be sent to CEVT to make sure that some con dential data are
not disclosed and will not do harm to the benet of the company. This meets the
demand in the IEEE code of Ethics 'to avoid real or perceived con icts of interest
whenever possible, and to disclose them to a ected parties when they do exist.

46



6. Conclusion and Future Work

6.3 Future Work

This thesis does not take the interaction between calendar ageing and cycling ageing
into consideration, though in fact, the two types of ageing process can in uence
each other, and sometimes dramatically. For example, the calendar ageing may also
happen during the cycling ageing tests. Moreover, though the initial unreasonable
testing data have been lItered, there may still exist some errors. The prediction
results may be in uenced when the testing condition is of a too high or too low
temperature. Another reason of the existing errors is that the limitation of the
amount of the open-source data. The research of the lithium-ion batteries is still a
new eld for the EV technology, so the data related to the EV-used batteries, for
example, the batteries with huge capacity, are still limited.

Based on those limitations that exist during the research, some further studies
may be required. As the two types of ageing processes can in uence each other,
a combined ageing model deserves being considered, which is able to present the
calendar ageing process and the cycling ageing process simultaneously.

During the modelling development, Matlab can only automatically train the
models which contain less than ve stress factors. When the stress factors are over
six, the model needs to be trained manually. The code can be optimized by setting
a function which enables the model being trained automatically when the stressed
factors are over six.

With the time passing by, more and more tests related to the battery ageing
may be brought out. A more accurate model with a wider temperature range and
a wider SOC-window can be realized.
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Appendix 1

Figure A.1. Calendar aging data in battery2020 project.(a)Temperature = 25C;
(b)Temperature = 35 C; (c)Temperature = 45 C
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Figure A.2: Calendar aging data of the LGB cells under other temperature con-
ditions

Figure A.3: Kokam Calendar aging data under testing temperature of 60 degree
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Figure A.4: Kokam Calendar aging data under testing temperature of 5, 25, 45
degree

Figure A.5: Kokam Calendar aging data under testing temperature of 5, 25, 45
degree
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Figure A.6: Cycling test raw data in Battery2020

Figure A.7: Cycling test raw data in Battery2020

Figure A.8: Cycling test raw data in Battery2020
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Figure A.9: Cycling test raw data of the Kokam cell

Figure A.10: Cycling test raw data of the Kokam cell
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Figure A.11: Cycling test raw data of the generation cell in Project Mat4Bat
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Figure A.17: Cycling modelling predicted performance of the cells in Project
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Figure A.19: Cycling modelling predicted performance of the cells in Project
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